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Abstract 

Stable biobased waterborne Pickering dispersions of acrylated epoxidized soybean oil (AESO) 

were developed using chitin nanocrystals (ChNCs) as sole emulsifier without any additives. 

Thin AESO-ChNC nanocomposite films were produced by UV-curing thin-coated layers of the 

AESO emulsion after water evaporation. The kinetics of photopolymerization was assessed by 

monitoring the consumption of the AESO acrylate groups by infrared spectroscopy (FTIR). The 

curing was faster in the presence of ChNCs, with a disappearance of the induction period 

observed for neat AESO. The coating of AESO droplets with a thin layer of ChNCs was 

confirmed by scanning electron microscopy (SEM) observation. SEM and transmission 

electron microscopy (TEM) images revealed the honeycomb organization of the ChNCs inside 

the cured AESO-ChNC films. The mechanical, thermal and optical properties of the 

nanocomposite films were studied by dynamic mechanical analysis (DMA), tensile testing, 

differential scanning calorimetry (DSC) and transmittance measurement, as a function of ChNC 

content. The inclusion of ChNCs is strongly beneficial to increase the stiffness and strength of 

the cured films, without compromising its optical transparency. The ability of ChNCs to act as 

an emulsifier for AESO in replacement of synthetic surfactants and their strong reinforcing 

effect in UV-cured films offer new opportunities to produce waterborne stable dispersions from 

AESO for application in biobased coatings and adhesives.  

 

 

Keywords: Chitin nanocrystals, Pickering emulsion, UV-curing, coating. 
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1. INTRODUCTION 

In recent years, driven by sustainability and environmental friendliness concerns, the use 

of biobased materials in coatings has received great attention to partially or totally substitute 

monomers, oligomers and binders, originating from petroleum resources.1 Among them, 

soybean oil (SO) is an important cost-effective precursor for a wide class of macromonomers 

for polymer materials and organic coatings.2 Thanks to its triglyceride structure and multiple 

double bonds in the backbone chains, many types of chemical reactions involving the ester and 

double bonds can be achieved, including transesterification, epoxidation, ozonolysis, oxidation, 

and epoxide ring-opening3 for hydroxyl functionalities. 

Epoxidized soybean oil (ESO) is an industrial reactive oil used in a wide variety of 

applications.2 Acrylated epoxidized soybean oil (AESO) is produced via ring-opening of the 

epoxide groups of ESO with acrylic acid. It is widely used as a macromonomer alone or in 

association with other epoxy acrylate resins in UV-curing coatings, printing inks, adhesives, 

and composites.4 Thanks to its numerous advantages including low energy demand, low volatile 

organic compound (VOC) emission, low cost investment and fast curing even at ambient 

temperature, the UV-curing technology has attracted increasing interest from both industry and 

academia. 

For many coating applications, volatile organic solvents are included in order to reduce the 

viscosity, facilitate applications and prevent surface coating defects. The switch to waterborne 

solvent free-coatings prepared by emulsification of a binder in water is meant to meet the 

environmental regulations and the growing consumer demand for more environmentally 

friendly products.5 For emulsification requirements, the addition of a surfactant at an 

appropriate level, exceeding 5% of oil phase in some formulations, is necessary to ensure the 

long-term colloidal stability of the emulsion and prevent droplet coalescence by Ostwald 

ripening and flocculation. The presence of residual surfactant after film-formation and water 

removal might induce negative effects, such as increased water sensitivity, adhesion to the 

substrate, low brightness and scratch resistance. The possibility to get rid of surfactants in 

emulsions by substituting them with solid stabilizers can be envisaged, giving rise to the so-

named Pickering emulsions. In this class of emulsions, solid particles with capacity to adsorb 

at the oil/water interface or generate strong network encapsulating oil droplets can stabilize 

O/W emulsion by providing a steric barrier, opposing droplets to coalesce and flocculate. 

Among the wide choice of solid particles used for the stabilization of Pickering emulsions, 

polysaccharide-based nanoparticles, such as cellulose nanofibrils (CNFs), cellulose 

nanocrystals (CNCs), starch nanocrystals (SNCs), chitin nanofibers (ChNFs) or chitin 
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nanocrystals (ChNCs), have attracted great interest during the last decades,6 thanks to their 

non-toxicity,7 biodegradability, large specific surface, and a wide range of chemical surface 

modifications to tune wetting properties.  

ChNCs are biobased needle-shaped nanoparticles, that can be extracted from many living 

organisms, including crustacean shells and fungal cell walls, through a controlled hydrolysis 

treatment to severe the less-organized regions and release the crystallites. The efficiency of 

ChNCs and ChNFs as Pickering stabilizers for oil-in-water (O/W) emulsions has been 

demonstrated in several works related to emulsions for food,8, nanocomposites,9, foams,10 and 

high-internal-phase (HIPE).11 However, by comparison with CNCs, the use of ChNCs as 

Pickering emulsifier was less studied despite their higher stabilizing efficiency. Moreover, most 

of the studies focused on the emulsion properties and less for the design of nanocomposites 

with improved properties and greener processing.12 The substitution of synthetic surfactants 

with ChNCs, taking advantage of their strong reinforcing properties, would open new 

opportunities to produce surfactant-free waterborne biobased coatings, inks, and adhesives. 

In our previous work, we have shown that ChNCs could be used as an effective emulsifier 

for epoxidized soybean oil (ESO) and AESO thanks to their strong interaction with oil droplets 

through hydrogen bonding with epoxy and hydroxyl groups of the oil.13 Emulsions with long-

term stability and mean droplet size lower than 1-2 µm could be generated by addition of 

ChNCs to an oil-water mixture at a content between 1.5 and 2 wt%. In the present work, we 

continue our investigation about the usefulness of O/W reactive emulsions stabilized by ChNCs 

as waterborne nanocomposite dispersions for UV-curing 1K coating application. More 

specifically, our objective was to demonstrate the potential of waterborne UV-curable coatings 

based on AESO solely emulsified with ChNCs instead of synthetic surfactants. The 

microstructure of the UV-cured films was studied and the effect of ChNC content on the curing 

kinetics of the film, the thermal and mechanical properties of the film and its optical 

transparency, was investigated. 

 

2. EXPERIMENTAL SECTION 

2.1. Materials 

Acrylated epoxidized soybean oil (AESO) containing 4000 ppm of monomethyl ether 

hydroquinone as an inhibitor, was a product from Arkema. This oil is in the form of a slightly 

viscous and light-colored liquid. Deionized water was used for all emulsifications and treatment 

processes. Chitin from crab shells was obtained from, and hydrochloric acid (37 vol%) were 

products from Sigma Aldrich. Irgacure 184 UV-initiator was kindly provided by Ciba.  
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2.2. ChNC preparation 

ChNCs were prepared according to the protocol described in our previous work.13 In brief, 

4 g of chitin was added to 4 M HCl solution and maintained under stirring for 1.5 h at 90 °C. The 

ChNCs were recovered by centrifugation at 8000 rpm and purified by dialysis and successive 

washing-centrifugation treatment.14 ChNCs stock suspension at 4% solid content was sonicated 

during 1 min at a 60% amplitude (Sonics Vibracel Model CV33) and used in the emulsion 

preparation. The degree of deacetylation (DD) was determined by conductometric titration 

according to the method described in our previous work.12 

2.3. Preparation of the Pickering emulsions 

Three grams of AESO were mixed with 15 mL of ChNC aqueous suspension during 2 

min by vortexing and sonicated during 1 min at a 50 % amplitude (Sonics Vibracel Model 

CV33) in a cold-water bath. 

2.4. Nanocomposite film preparation 

Nanocomposite films were prepared by coating the AESO emulsified by ChNCs and 

containing a photoiniator (3 wt% Irgacure 184, based on AESO) on a 10 × 10 cm2 glass panel 

using a calibrated spreader to form a film with the thickness of 800 µm. After drying the film 

at room temperature for 4 h, it was cured at room temperature for 5 min using a 200 W 

UVAHAND 100 Hönle medium pressure lamp. The different steps involved in the preparation 

of the UV-cured nanocomposite film are illustrated in Scheme 1. In the following, the films 

will be referred to as AESO-ChNCn, n being the wt% of ChNCs with respect to AESO phase. 

 

 

 
Scheme 1. Preparation method of AESO-ChNC thin films by Pickering emulsion and 

photocuring. 
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2.5. Photopolymerization kinetics by FTIR 

The photopolymerization kinetics of AESO was determined by FTIR in transmission mode 

using a Perkin Elmer Spectrum Two L160000A spectrometer and a liquid cell with controlled 

path. The emulsion was spread over a ZnSe windows, dried, and irradiated with UV light via a 

fiber optic source (UVET-UV LED spot curing) with an output intensity of 10 W cm−2. The 

FTIR spectrum was recorded intermittently (one spectrum was recorded every 0.4 s with a 

resolution of 4 cm-1) in absorbance mode after subtraction of the background spectrum. The 

acrylate conversion was calculated by the absorption decrease of the acrylate double bonds at 

810 cm-1 as follows:  

𝑐𝑜𝑛𝑣𝑒𝑟𝑠𝑖𝑜𝑛	(%) = ./010
2 3/010

4 5
/010
2 × 100                                    (1) 

where	𝐴𝐶=𝐶0  and 𝐴;<;= are the absorbance of the C=C band at 810 cm-1 before exposure to UV 

light and at time t, respectively. 

2.6. Differential scanning calorimetry (DSC) 

DSC thermograms were recorded using a Perkin-Elmer Pyris Diamond instrument in a 

temperature range from -80 to 100 °C, under nitrogen gas at a heating rate of 10 °C min-1, using 

air as reference. 

2.7. Dynamic mechanical analysis (DMA) 

DMA measurements were conducted in tension mode using a Perkin-Elmer Pyris Diamond 

instrument. The storage modulus (E¢) and the loss factor tan δ were measured at a frequency of 

1 Hz in a temperature range of -50 to 125 °C at a heating rate of 3 °C min-1. 

2.8. Tensile tests 

Rectangular films (40 cm × 0.5 cm × 200 µm) were analyzed in tensile mode using an 

Instron Universal Testing Machine with a load cell of 100 N working at a strain rate of 

10 mm min-1, at 25 °C and 50 % relative humidity. Three tests were carried out for each 

composition. 

2.9. Transmittance measurement 

The transmittance was measured in the visible range using the UV-Vis Lambda 35 

Spectrometer (Perkin Elmer, USA). To avoid the influence of the variation of the film thickness, 

the film transmittance was normalized to a 200 µm-thick film using the Beer–Lambert law. 
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2.10. Swelling and solubility in toluene 

Samples of films were immersed in toluene and left under magnetic stirring for 48 h. Then 

the sample was removed, wiped with filter paper and weighed. The swelling in toluene was 

calculated from the difference in weight of the dry samples before (m0), after swelling (m) and 

drying (mf) at 60 °C during 12 h, using the following equations: 

𝑠𝑤𝑒𝑙𝑙𝑖𝑛𝑔	𝑑𝑒𝑔𝑟𝑒𝑒	(%) = 100 × B3B2
B2

 (2) 

𝑑𝑖𝑠𝑠𝑜𝑙𝑣𝑒𝑑	𝑓𝑟𝑎𝑐𝑡𝑖𝑜𝑛	(%) = 100 ×
B23BF

BF
 (3) 

2.11. Transmission electron microscopy (TEM) 

A droplet of a dilute ChNC aqueous suspension (ca. 0.001 wt%) was deposited onto glow-

discharged carbon-coated copper grids and negatively stained with 2 wt% uranyl acetate. 

Ultrathin sections (ca. 70 nm) of the UV-cured AESO-ChNC films were cut with a diamond 

knife at -60 °C using the EMFC7 cryomodule of a Leica UC6 ultramicrotome. All specimens 

were observed at room temperature with a JEOL JEM-2100 Plus microscope operating at 

200 kV and equipped with a Gatan Rio 16 digital camera.  

2.12. Scanning electron microscopy (SEM) 

As described in a previous article,14 the UV-initiator (1 %) was incorporated in the AESO 

oil that was emulsified in the presence of ChNCs. The Pickering emulsion was irradiated with 

UV light to induce crosslinking in the oil, rigidify the droplets, and prevent the flowing of the 

oil upon drying. A drop of the emulsion was deposited on carbon tape and allowed to dry. After 

UV-curing, the films prepared from the AESO-ChNC Pickering emulsions were fractured in 

liquid nitrogen. The fragments were fixed on metallic stubs. All specimens were coated with 

Au/Pd in a Baltec MED-020 sputter coater and observed in secondary electron mode in Thermo 

Scientific Quanta 250 and Zeiss Gemini SEM 500 microscopes equipped with field emission 

guns and operating at 2.5 or 3 kV.  

 

3. RESULTS AND DISCUSSION 

3.1. Morphology and size of the ChNCs 

As seen in the TEM image of Figure 1A, ChNCs were polydisperse rodlike objects with a 

length typically ranging from 150 to 1500 nm (number-average mean length: 628 ± 264 nm) 

and a width between 10 and 60 nm. The particles were composed of a few laterally-associated 

elementary crystallites that were not separated during the preparation process. 

 



8 
 

 

 
Figure 1. (A) TEM image of a negatively stained preparation of ChNCs, and (B) length 

distribution histogram determined from the TEM images for a population of 500 particles. 
 

3.2. Morphology of the UV-cured AESO-ChNC Pickering emulsion 

The encapsulation of AESO by ChNCs was confirmed by SEM observation of an AESO 

emulsified with 8 wt% ChNCs and exposed to UV-light prior to sample preparation (Figure 2). 

The images clearly revealed polydisperse spheroidal or elongated droplets coated with ChNCs, 

which indicates the effective emulsifying aptitude of ChNCs to stabilize the AESO droplets, as 

was discussed in depth in our previous work.13 The equilibrium shape of the droplets likely 

depends on the diameter of the droplets (i.e. the curvature of the surface) with respect to the 

length and relative rigidity of the ChNCs, and the nature of the interaction between both 

constituents. Indeed, covering the surface of a sphere with rigid rods is a complex topological 

problem and the SEM images clearly show that only the larger particles exhibit a spherical 

shape with a surface covered by a fairly homogeneous layer of ChNCs. 

 

 
 
Figure 2. (A-C) Secondary electron SEM images of AESO emulsified with 8 wt% ChNCs in 
the presence of 1 wt% Irgacure 184 photoinitiator. Prior to sample preparation, the emulsion 
was exposed to UV light for 1 min to induce crosslinking in the oil droplets.  
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3.3. Kinetics of UV-curing of the films 

The kinetics of UV-curing of AESO films filled different amounts of ChNCs were studied 

by FTIR by monitoring the disappearance of the acrylic bonds of AESO in situ. Given the 

rapidity of the photopolymerization reaction, with complete curing within 100-200 s, a thin film 

of about 20 µm was spread over a CsCl window, dried and exposed to UV irradiation via a fiber 

optic source and the FTIR spectra were recorded at intermittent times. The conversion of the 

acrylate double bond was evaluated by monitoring the absorbance of the C=C band at about 

810 cm−1, which is attributed to the out-of-plane deformation of the C=C bond of the acrylate 

groups. This band is often used for the UV-curing of AESO as it is less affected by the adjacent 

band. Examples of FTIR spectra collected during the curing of AESO and AESO-ChNC films 

are shown in Figures 3A,C from which the kinetics of consumption of acrylic function was 

established (Figure 3D).15 The curing rate of AESO was quite fast with more than 90 % of the 

acrylate functions being consumed within 60 s. However, the final conversion was not total and 

seems to be levelled off at around 90 %, indicating that not all of the acrylate groups were 

consumed during the photocuring process, which agrees with literature data.16 In the presence 

of ChNCs, two evolutions can be seen. The first one is the rapid initial rate with more than 50 % 

conversion achieved after about 15 s of irradiation. The second evolution is the decrease in the 

final conversion limit, attaining about 86 and 80 % in the presence of 4 and 8 wt% ChNCs. In 

fact, the lower initial conversion rate for neat AESO is due to an induction period of about 15 

s, which disappeared in the presence of ChNCs. In the UV-curing process, an induction period 

during photopolymerization has often been reported in the literature17 and was explained by the 

diffusion of oxygen at the film surface that inhibits the polymerization by trapping the radical 

generated from the UV-decomposition of the initiator. When the total dissolved oxygen is 

consumed, polymerization is triggered and the curing process is rapidly achieved. In the present 

study, the disappearance of the induction period may be due to the presence of a thin ChNCs 

layer encapsulating AESO, that act as a barrier against the diffusion of oxygen inside the oil 

phase. The strong barrier property of ChNC-filled thin films against oxygen has been 

demonstrated in several papers.18,19   
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Figure 3. Variation of the acrylate stretching band at 1610–1640 cm-1 as a function of time, 
after subtraction of the uncured AESO reference spectrum: (A) neat AESO, (B) AESO-ChNC4, 
and (C) AESO-ChNC8; (D) conversion of acrylate as a function of ChNC content determined 
by FTIR.  
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Figure 4. Secondary electron SEM images of the cross-section of a UV-cured AESO-ChNC4 
film fractured in liquid nitrogen. 

 

 

 

Figure 5. Secondary electron SEM images of the cross-section of a UV-cured AESO-ChNC10 
film fractured in liquid nitrogen. 
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3.4. Morphology of the UV-cured films 

AESO-ChNC films produced by casting AESO-ChNC emulsions and UV-curing were 

observed in cross-section by SEM after fracture in liquid nitrogen. The fracture of the neat 

AESO film was sharp (Supporting Information Figure S1A) and the surface was rather smooth 

without specific features (Figure S1B). The cross-section images of the films prepared from 

emulsions stabilized with 4, 8 and 10 wt% ChNCs revealed a cellular microstructure 

(Figures 4A, S2A and 5A, respectively) in which AESO droplets adopted a polyhedral shape 

due to the compression during thin-film forming and subsequent air drying. Higher 

magnification images (Figures 4B,C, 5B,C and S2B) showed that the material was fractured 

in two ways: either the cells were broken in the middle and the flat topography was similar to 

that of the neat AESO film (Figures S1B, 4B,D,E and 5B), or the fracture occurred at the 

interface between polygonal cells (Figures 4C,D, 5C,D and S2B). Layers of densely packed 

ChNCs could then be seen at the surface of the cells (Figures 4E and 5E). 

TEM images of an ultrathin cryosection of the AESO-ChNC10 film confirmed the irregular 

honeycomb distribution of ChNCs in the AESO matrix (Figures 6 and S3). In the Pickering 

emulsion, the ChNCs were only located at the surface of the polydisperse AESO droplets, which 

clearly prevented the coalescence of AESO droplets upon water evaporation and 

UV-irradiation. The ChNC cell wall thickness typically ranged from 50 to 200 nm, except 

between the smaller cells around which the ChNC concentration was higher and the wall 

thicker. Similar honeycomb-like microstructures have previously been reported in films 

prepared by casting acrylic latexes blended with cationic CNCs20 and poly(styrene-b-butyl 

acrylate) particles coated with Laponite platelets.21 

 

 

Figure 6. (A,B) Low-dose bright-field TEM images of the ultrathin cryosection of a UV-cured 
AESO-ChCN10 film. The cell walls appear as dark regions due to the crystalline ChNCs that 
generate a Bragg diffraction contrast. 
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When comparing the morphology of the film at 4, 8 and 10% ChNC contents, we can note 

a decrease in the mean size of the honeycomb cellule with increasing ChNC content, especially 

at 8 and 10% content. When measured from the SEM images of cryofractured films, the size 

distribution of the cells in the cured film (Figure S4) was found to be in the 5-40 µm, 4-20 µm 

and 2-18 µm ranges, respectively. This follows the trend previously observed for neat AESO 

Pickering emulsions stabilized by ChNCs,14 where smaller droplet distributions were obtained 

with increasing ChNC content, as a higher number of ChNCs was available to stabilize the 

AESO droplets. However, upon drying, as water evaporates, droplets got tightly packed under 

the effect of the capillary forces which is inversely proportional to the diameter of the droplets 

and proportional to the surface tension. Confinement drove the droplets to form polyhedral 

cells, and droplets being not fully covered by ChNCs aggregated to achieve a higher coverage 

degree and resist the capillary pressure. This phenomenon would occur mainly at ChNC 

contents lower than 10 wt% (with respect to AESO content), which explains the wide size 

distribution in the cellular structure of cured AESO at 4 wt% ChNCs (Figure 4). The end result 

of the drying stage is an irregular honeycomb structure composed of AESO droplets fully 

encapsulated with ChNCs with a macroscopic homogeneous film without any residual water. 

Upon exposition to UV-light, the rapid curing occurred within less than 1 min, making the 

AESO-ChNC film rigid and transparent.  

The SEM image of the top surface of the cured AESO-ChNC10 film shows a dense layer 

of ChNCs (Figure 7) likely formed upon water removal prior to the exposition to the UV-light. 

Along with the cellular distribution of ChNCs in the film, this surface layer likely contributes 

to the barrier effect of ChNCs against oxygen diffusion.  

 

 

Figure 7. SEM image of the top surface of a UV-cured AESO-ChNC10 film. 
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Figure 8. (A) Variation of storage modulus E' and (B) tan d with temperature for UV-cured 
AESO-ChNC nanocomposite films at different ChNC contents; (C) plot of E¢r=E¢c/E¢m vs. 
ChNC content for the nanocomposite films at 70 °C; (D) DSC thermograms of AESO-ChNC 
films. 
 

3.4. Mechanical and thermal properties 

One of the major benefits of the inclusion of nanoscale fibrillar biobased particles is their 

strong positive influence on the mechanical performance of soft polymer film. To investigate 

the effect of the inclusion of ChNCs on the mechanical and stiffness properties of AESO-ChNC 

composite films after curing, DMA and stress-strain analysis were carried out (Figures 8 and 

9). The temperature dependency of the storage modulus (E′) of the nanocomposite films with 

different ChNC contents is shown in Figure 8A. For the unfilled UV-cured AESO film, the E′ 

plot showed the typical behavior of a crosslinked polymer, as attested by the lack of flowing 

region. A clear glass-transition accompanied by more than a two-decade decrease of E′ is 

observed between -20 to 50 °C, giving rise to a maximum in the tan δ trace around -5 °C 

(Figure 8B). In nanocomposite films containing ChNCs, an upward shift of the E′ trace was 

observed, indicating an increase in the film stiffness in the glassy and rubbery domains. The 

effect was much more pronounced in the rubbery domain, with an increment in the modulus 
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Er=E¢c/E¢m (with E¢c and E¢m  are the storage modulus of the composite and unfilled matrix 

respectively measured in the rubbery region taken here at 70 °C), of about 21 and 58, in the 

presence of 8 and 10 wt% ChNCs, respectively (Figure 8C). This significant increase of E′ was 

expected given the nanosize and the rodlike shape of ChNCs, along with their aptitude to set 

up a network22 held by hydrogen bonding. The reinforcement mechanism will be discussed in 

the following.  

Another effect accompanying the addition of ChNCs is the emergence of a new relaxation, 

giving rise to a maximum in the tan δ plot around 35-45 °C, and to a second inflection point in 

the E′ plot. This second transition is likely associated with the matrix in the near vicinity of 

ChNCs, where the physical interaction through hydrogen bonding between amide and amino 

groups of ChNC surface and hydroxyl group of AESO would induce a restriction in the mobility 

of the chains in contact with ChNCs. The possibility of a chemical linkage between AESO 

chains and ChNCs, through transfer or termination reaction involving a macroradical and NH2, 

hydroxyl or amide group of ChNCs might also be considered.23 The hypothesis of the 

emergence of a new transition for cured AESO-ChNC films was supported by DSC data 

(Figure 8D). The thermogram of cured neat AESO films showed a single Tg around -20 °C 

(position of the inflection point), while a second transition at a higher temperature emerged in 

the ChNC-containing films at around 50 °C. 

The stress–strain profiles of cured AESO films at different ChNC contents are presented 

in Figure 9A and the corresponding tensile modulus (E) and strength (σ) are presented in 

Figure 9B. By comparison with the neat AESO film, the tensile strength and modulus of the 

composites were enhanced by the inclusion of ChNCs, as expected, while the strain at break 

notably decreased. This means that the cured AESO film containing ChNCs was tougher and 

more resistant. The magnitude of the effect was proportional to the ChNC content.  

In an attempt to identify origin of the reinforcing effect induced by the addition of ChNCs, 

the experimental data were fitted with the percolation and Halpin–Tsai (H–T) models. The 

percolation model has been widely adopted for waterborne polymer dispersions and 

nanocomposites containing cellulose nanocrystals (CNCs). The significant increase in the 

composite stiffness is assumed to be related to the setting of a percolated network held by 

hydrogen bonding when the nanocrystal content is above a critical threshold. On the basis of 

this concept, the relative elastic tensile modulus Er of the composite can be expressed by the 

following equation as a function of y, f and b are the volume fraction of the percolating 

network, the total volume fraction of the nanofiller and the critical exponent, respectively: 
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𝐸H =
IJ
IK

= (L3MNONP)IQO(L3P)NIK
(L3P)IKO(P3N)IQ

         (4) 

Where Ec,  Es and Em are the moduli of the composite, ChNC network and the matrix, 

respectively. Es, which differs from that of isolated nanocrystals, was estimated from the DMA 

analysis of thin films prepared by drying a pure ChNC suspension, and was found to be around 

7 GPa. In addition,  

𝜓 = 0  when  𝜙 < 𝜙U  and  𝜓 = 𝜙 VP3PW
L3PW

X
Y
  when  𝜙 ≥ 𝜙U (5) 

and b is equal to 0.4 for a 3D network.  

The percolation threshold can be estimated by the following formula:24  

𝜙U =
[.]
^/`

 (6) 

Another semi-empirical model widely used to fit the modulus of aligned and randomly 

oriented composites is the H–T model which assumes an effective interface between the matrix 

without taking fiber-fiber interactions into account. According to this model, that was 

successfully used for polymer nanocomposites filled with clay nanofillers,25 Young’s moduli 

of the composite and the matrix, Ec and Em, respectively, are related by the expression: 

𝐸H =
IJ
IK

= a
b
cLOdefP
L3efP

g + i
b
cLOMejP
L3ejP

g       (7) 

ζ is a shape factor that depends on the filler geometry and loading direction. h and ζ are 

given by: 

𝜂^ =
V
lF
lK

X3L

V
lF
lK

XOd
    ,    𝜂m =

V
lF
lK

X3L

V
lF
lK

XOM
    and    𝜁 = 2 ^

`
 (8) 

where Ef and Em are the Young modulus of the filler and matrix, respectively. 

The percolation model was plotted for two L/d aspect ratios to take account of the large 

distribution in the length and width of ChNCs, using the following data for ChNCs: Ef = 150 

GPa,26 Er=7 GPa, L ranging from 200-800 nm and d from 20-30 nm. 

As shown in Figure 8C, presenting the relative modulus Er=Ec/Em (with Ec and Em are the 

moduli of the composite and unfilled matrix, respectively), both the percolation and H-T models 

failed to properly fit the experimental data. The increment in modulus of the nanocomposite 

was much higher than that estimated on the basis of the H–T model but lower than that given 

by the percolation model. In fact, the H–T model was suitable in predicting the modulus of 

reinforcing particles with a variety of shapes in randomly oriented composites where the filler 

is well dispersed within the matrix, without any interaction among the reinforcement.24 

Presently, the interaction between ChNCs through hydrogen bonding and the formation of a 

network may account for the higher modulus of the composite in comparison with the H-T 
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model. However, the unsuitability of the percolation model in AESO-ChNC nanocomposites 

was unexpected, considering that this model properly predicted the stiffness of the 

nanocomposite based on biobased nanocrystals such as CNC and ChNC.27 Different reasons 

might justify this divergence: (i) the effective attachment of the ChNCs to the polymer matrix 

through hydrogen bonding without excluding a chemical grafting, (ii) the packing of ChNCs in 

a parallel fashion, (iii) the presence of the N-acetyl groups of the ChNCs that reduce the 

magnitude of interaction through hydrogen bonding, and (iv) the cellular distribution of ChNC 

in the cured AESO films. The first two effects would disrupt the setting of a percolating network 

by limiting the interaction between neighboring ChNCs. Regarding the third case, indeed, the 

DD of the ChNCs was 9.3 %, which means that about 90 % of the N-acetyl groups were not 

hydrolyzed. However, we assumed that this effect was limited given the high modulus of the 

pure ChNC film (7 GPa).  

 

 

 
Figure 9. (A) Stress–strain curves of cured AESO-ChNC films, and (B) the tensile strength and 
modulus at different ChNC content; (C) Er (from tensile test) vs ChNC loading, comparison 
between the experimental data and predicted data from the percolation and Halpin–Tsai models. 
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The honeycomb-like microstructure of the AESO-ChNC films might explain the particular 

evolution of their stiffness with ChNC content. Materials with a cellular structure are frequently 

encountered in nature including wood, cork, plant parenchyma and bones.28 Modelling these 

structures is complex and numerous parameters must be considered such as shape and size 

distribution of the cells, wall thickness and surface, and intrinsic modulus of cell walls and 

matrices. Further work is in progress to see how such models can be applied to our materials. 

Given the low Tg of the uncured neat AESO (around -20 °C) along with the low modulus 

of the film at room temperature (around 20 °C), pure AESO in UV-coating or UV-inks cannot 

be used because of the inevitable tackiness of the resulting film. The addition of ChNCs at a 

content between 8 and 10 wt% might be a solution to alleviate this effect, while taking account 

their effective emulsifying action to produce waterborne coatings. 

 

3.5. Optical transparency 

In addition to their mechanical performance, the optical properties of nanocomposite films, 

namely for coating applications play a key role. The optical transparency of UV-cured AESO 

films was evaluated by measuring the film transmittance in the visible domain of thin film with 

similar thickness (Figure 10A). To avoid any effect in fluctuation in film thickness, the 

transmittance was normalized to a 200 nm-thickness using the Beer–Lambert law. The unfilled 

AESO film has a high transparency with transmittance exceeding 90% throughout the whole 

visible domain of 400–800 nm. The transmittance progressively decreased with increasing 

ChNC content, from 94 % at λ = 600 nm for a pure AESO film to 81 and 75 % at 4 and 10 wt% 

ChNC contents, respectively. The decrease in transmittance is due to light scattering at the 

ChNC/matrix interface when crossing the film. Its magnitude strongly depends on the 

wavelength and thickness of the object transmitted by light. Comparing the decrease in 

transmittance at different ChNC contents (Figure 10B), a rapid decrease was observed between 

0 and 4 wt% ChNCs, while over 4 wt%, the transmittance remained roughly constant indicating 

the maintenance of the transparency of the nanocomposite AESO-ChNC film despite the 

increase in nanofiller content and the honeycomb-like morphology. This evolution suggests the 

absence of large objects with cross-section area exceeding 100 nm that strongly scatter light 

resulting in a film opacification.29 In the picture of nanocomposite films containing 0, 2, 6 and 

10 wt% ChNCs (Figure 10C), the background image can be clearly seen through the films, 

indicating the persistence of their transparency. 

The thin cell walls formed by the ChNCs in the honeycomb microstructure of the films did 

not scatter light, preventing a loss of transparency. It is worth mentioning that a stronger 
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reduction in transmittance was reported for nanocomposite films produced by casting a mixture 

of acrylic polymer latex and CNCs (Figure 8B).29,30 The lower transmittance at shorter 

wavelengths, especially for 8 and 10 wt% ChNC contents, is explained by the strong 

dependency on wavelength of the Mie scattering intensity from nanoscale particles (𝐼 ∝ 1/𝜆s), 

resulting in a significant decrease in transmittance at low wavelength. 30 

 

        

 

 

Figure 10. (A) Transmittance in the visible domain of UV-cured AESO films with different 
ChNC contents; (B) transmittance at 700 nm vs ChNC content compared to data from literature 
on acrylic or vinylic matrix containing cellulose nanocrystals (CNC),31,32 and (C) picture of 
UV-cured AESO films with different ChNC contents. The film thickness is about 500 µm. 
 

3.6. Solvent sensitivity 

In UV-cured coatings and thin films, the sensitivity to solvents is important to minimize 

staining and film removal once exposed to organic solvent. This property is easily assessed by 

immersing the cured films in an organic solvent and evaluate the extent of solvent absorption. 

Presently, the effect of ChNCs on the sensitivity to solvent was tested for toluene as typical 

solvent. A reduction in the swelling degree of the film after its immersion in toluene, along with 

a decrease in the fraction of dissolved material, was noted in films containing ChNCs 

(Figure 11). This improvement in swelling resistance is presumably due to the strong 
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interaction between ChNCs and crosslinked AESO chains through hydrogen bonding but also 

to the chemical linkage between ChNCs and AESO chains after UV-curing, as deduced from 

DSC and DMA analyses. However, the presence of ChNCs did not completely hamper the 

swelling, which is likely due to cellular microstructure of the AESO-ChNC composites with 

ChNCs acting as a thin encapsulating layer around AESO particles. 

 

 

 

Figure 11. Swelling degree and dissolved fraction after immersion of UV-cured 
AESO-ChNC films at different ChNC contents in toluene for 24 h. 

	

	

4. CONCLUSION 

Stable UV-curable waterborne Pickering AESO emulsions, solely stabilized by ChNCs, 

were prepared without any other additives, except the photoinitiator, and showed a good 

potential for coating or adhesive applications. The addition of ChNCs accelerated the 

photochemical curing of the film by eliminating the induction period. The curing of the dry 

films prepared from the emulsion resulted in a honeycomb distribution of ChNCs in the AESO 

matrix and an improvement of the mechanical performance, namely a significant increase in 

film stiffness and strength. In addition, the presence of ChNCs improved the solvent resistance 

by reducing the swelling of the cured film in solvents. To our knowledge, this strategy for 

preparing waterborne UV-curable dispersions of AESO has not been reported so far in the 

literature. Given the high viscosity of AESO, this would make possible the application of AESO 

in UV-cured biobased coating and adhesive formulations without adding any solvent or 

synthetic surfactant.  
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Supporting Information 
 
 

 

Figure S1. Secondary electron SEM images of the cross-section of a UV-cured neat AESO 
film fractured in liquid nitrogen. 

 

 

Figure S2. Secondary electron SEM images of the cross-section of a UV-cured 
AESO-ChNC8 film fractured in liquid nitrogen. 

 

 

Figure S3. (A,B) Low-dose bright-field TEM images of the ultrathin cryosection of a UV-cured 
AESO-ChCN10 film. The cell walls appear as dark regions due to the crystalline ChNCs that 
generate a Bragg diffraction contrast.  
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Figure S4. Cell size distribution histograms determined from SEM images of the 
cryofractured films using ImageJ, at different ChNC contents: (A) 4%, (B) 8%, and (C) 10%.  
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