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ABSTRACT 

A methodology of surface chemical functionalization of equimolar HfNbTaTiZr high-entropy 
alloy (HEA) is presented herein. The aim is to improve the biocompatibility of this material 
for its application as bio-implants. X-ray Photoelectron Spectroscopy (XPS) showed that air 
or aqueous oxidation of HfNbTaTiZr induced the formation at its surface of unmixed 
monometallic oxides: TiO2, Nb2O3, ZrO2, Hf2O3, and Ta2O5. Besides, it was observed that 
short (2 hours) mild aqueous oxidation (without H2O2) retains the surface stoichiometry of 
these elements compared to a more aggressive one (with H2O2). The mild oxidation was 
retained to form a sol-gel chemistry platform for HfNbTaTiZr surface silanization. In 
practice, the oxidized HfNbTaTiZr surface was reacted with 2-methoxy [(polyethyleneoxy)6–9 

propyl] trimethoxysilane (MPTMS), dissolved in distilled ethanol, under an inert atmosphere. 
Both, the precursor concentration and the reaction time, were varied to define the optimized 
operating conditions. Infrared spectroscopy performed on all prepared samples, within an 
attenuated total reflectance (ATR) sampling configuration, evidenced the well-known 
vibrational signatures of Si-O and C-H bonds at 1100 cm-1 and 2980 cm-1, respectively, 
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confirming silane grafting, and showed that the intensity of these bands increases when the 
reaction time and/or the siloxane precursor concentration increase. Moreover, XPS showed 
that a reaction time of 48 hours is required to completely cover the alloy surface with an 
organic layer thickness larger than the XPS analysis depth. Finally, as a preliminary study, 
mildly oxidized alloy and the grafted one for a reaction time of 48 hours were contacted to a 
Phosphate-Buffered Saline (PBS) solution and a standard Nutrient Mixture for cell cultures, 
the well-known Dulbecco's Modified Eagle Medium (DMEM), up to one month to check their 
chemical stability. None metal release was evidenced for the treated sample highlighting the 
importance of surface processing before any bio-implant use. 
 

KEYWORDS  

High entropy alloy (HE); Surface functionalization; Sol-gel chemistry; X-ray Photoelectron 
Spectroscopy (XPS); Chemical stability under in-vitro physiological conditions. 
 

1. INTRODUCTION 

A growing need for a new generation of metallic materials with superior biocompatibility and 

adequate mechanical properties (strength-ductility synergy, fatigue endurance, Young 

modulus close to that of bone) is emerging. The aging of the population in our modern 

societies and the increased risk of bone disease or bone accident is continuously growing and 

the development of such materials with a long life cycle time is a significant public health 

issue. Indeed, it is essential to tailor advanced structural materials allowing a net extent of the 

revision surgery period than the actual 10 years limit 1,2. According to recent United Nations 

reports, the population of the over 60 age group is overgrowing, and the ratio of older people 

is expected to increase by 45% as of 2050 3. So with such a rising human life expectancy, a 

period of ten years is a short time.  

Up to now, the primary strategy for optimizing the mechanical performances of metallic 

materials has long been based on the adjustment of the chemical composition and the 

microstructure of conventional Ti alloys. Compounds like Ti6Al4V and TiZrNb  emerged as 

the best materials for bio-implants 4. While the former displays a Young modulus (E) of about 

110 GPa 4, higher than that of bone (4-30 GPa 5,6), the latter can exhibit E ~ 14 GPa 

(Ti19Nb14Zr) 7 but perfectible mechanical properties compared to the widely used Ti6Al4V. 
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Moreover, if the TiZrNb alloys, contain less-toxic elements, the Ti6Al4V ones do not. The 

risk of Al or V release is real, and the toxicity of these elements is acute 8. It was for instance 

established that debris particles of worn Ti6Al4V could induce the release of inflammatory 

mediators affecting the tissues surrounding the prosthesis and cause osteolysis 9. Therefore, 

even if Ti6Al4V is still largely used, the TiZrNb-based alloys are becoming better candidates, 

particularly if their mechanical properties can be still improved.  

The proximity of the Young modulus of the implant material to that of bone is not the unique 

criteria to avoid implant rejection or failure. It is now assumed that implant failure over the 

time can be caused by different factors 10-13: i) a mismatch in modulus of elasticity between 

bone and implant, ii) a low fracture toughness in relation with a low fatigue strength, iii) a 

wear resistance, iv) a corrosion resistance and v) a non-bonding with the surrounding tissue 

leading to fibrous encapsulation and/or inflammation and then implant rejection. So, among 

all these factors, the “Young modulus” criteria remains still essential. Indeed, if the implant 

material has a higher stiffness than bone, it induces a stress shielding effect 13. In practice, it 

prevents the transfer of the needed stress to adjacent bone, resulting in bone resorption around 

the implant and, consequently, the implant loosening.  So, even if Ti6Al4V is still primarily 

used, the TiZrNb-based alloys are becoming better candidates, notably if their mechanical 

properties can be still improved. 

Recently, the concept of high entropy alloys (HEAs), formed by mixing equal or relatively 

large proportions of five or more elements, instead of one or two like in conventional alloys, 

brings real hopes 14-18.  They exhibit specific strength and corrosion resistance together with 

Young's modulus very close to that of bone 15. So, therefore, HEAs based on TiZrNb alloy 

systems could be a smart and elegant materials solution for bio-implant applications. 

To date only (HfNbTaTiZr)C and (HfNbTaTiZr)N coating of Ti6Al4V alloys have been 

considered, and preliminary results have shown that hardness, friction performance, and 
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wear–corrosion resistance of the resulting composites are significantly enhanced compared to 

pristine Ti6Al4V 19 or compared to more conventional carbide, nitride or carbonitride coating 

20-22.  Moreover, osteoblast cells contacted with these composites have exhibited better 

adherence, remaining in life over a minimum of 72 hours 19. Contrariwise to their carbide or 

nitride counterparts, to date, reports on the use of bulk HfNbTaTiZr as implant materials are 

missing. Results exist, but they mainly concern alloys with a composition close to that of 

HEAs but not classified as HEAs, deriving from β titanium alloys composition, in particular, 

Ta and/or Mo derivatives of TiZrNb family 23,24. These alloys are seriously considered as bio-

implant material alternatives when coated by a thin ceramic (TiN, TiO2…) or polymer 

(PLGA…) layer for the improvement of their biocompatibility. From this family, maybe the 

closest alloy to the HEA composition is those of the TiZrNbTaMo 18,25-27 or TiZrNbCrMo 17 

families. These data confirm their excellent corrosion resistance in phosphate-buffered saline 

(PBS) and other mimetic physiological media. They also evidence high compressive yield 

strength and large deformation before failure (for instance, up to 1300 MPa and 6 %, 

respectively, in the case of the equimolar TiNbTaZrMo alloy 27) better than those measured 

on their TiZrNb parent alloys. Unfortunately, the reported Young modulus for these 

compounds were found higher than those of bone (for instance around 153 GPa in the case of 

the equimolar TiNbTaZrMo alloy 27), meaning that compositions closer to HfNbTaTiZr 

remain still required.  

Adjusting the alloy’s composition to equimolar HfNbTaTiZr, like in true HEAs, allowed 

decreasing the Young modulus value significantly, confirming the pertinence of this kind of 

HEA for the desired application. Indeed, low Young's modulus and high compressive yield 

strength values, ranging between 78 and 110 GPa 15,28 and 890 to 1015 MPa 15,28, respectively, 

were recently reported, depending on the alloy's processing conditions. For instance, fully 

recrystallized  HfNbTaTiZr (grain size of 40 μm) displays an elastic modulus of 92 GPa, a 
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yield strength at 0.2% of 940 MPa, a sharp elastic to plastic transition and a uniform 

elongation larger than 15% and an ultimate tensile strength of 1090 MPa (tensile tests carried 

out under a strain rate of 10-4 s-1) 29. Moreover, these alloys exhibit usually significant 

ductility 30 and improved fatigue behavior 31, making them on the top of the most promising 

ones for bone substitution.. 

Surprisingly, despite these exciting mechanical properties, to the best of our knowledge, there 

is a lack of investigations on the biocompatibility of HfNbTaTiZr nor on their chemical 

functionalization in order to improve it, in terms of corrosion resistance and surface water 

wettability. This lack is mainly because Hf, Nb, Ta, Ti, and Zr elements are assumed to be 

non-toxic or at least less toxic than Al and V in Ti6Al4V 4,32. Also, because metallurgists 

supposed that the biochemical properties of HfNbTaTiZr alloys must be similar to those of 

their constituting elements 4,33,34. This is supported by the fact that the chemical nature of 

HfNbTaTiZr remains closer to that of β titanium alloys, which are already used in clinic 35. 

So, we decided to investigate the effect of air and water oxidation of HfNbTaTiZr as well as 

the different steps of its chemical functionalization, to make it hydrophilic and more resistant 

to metal release when contacted to physiological media. Surface silanization was specifically 

chosen since it is one of the most used surface chemical treatments for bio-implants 36-39. In 

practice, we applied a series of treatments on platelets of 1.0 × 0.7 × 0.1 cm3 in size: first, a 

mechanical polishing using different grades of polishing discs and leading to samples with 

different surface roughness, from very smooth to very rough; second, a controlled chemical 

oxidation in more or less aggressive chemical baths and third, a surface silanization by 

reacting the oxidized alloys with a PEGylated silane, the 2-methoxy [(polyethyleneoxy)6–9 

propyl] trimethoxysilane (MPTMS), using sol-gel chemistry. This surface chemistry requires 

the presence of hydroxyl -OH groups on the surface of the reacting alloys. These groups are 

provided during the aqueous oxidation step. Finally, we demonstrated that this coating 
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prevents the alteration of the chemical surface composition when contacted, for a long time, 

with biomimetic media, like Phosphate-Buffered Saline (PBS) solution and/or standard 

Nutrient Mixture for cell cultures, promoting definitively silanized equimolar HfNbTaTiZr in 

the field of bio-implant technoloy. 

 

2. EXPERIMENTAL  

2.1. Chemicals products 

C2H2O4 oxalic acid and hydrogen peroxide H2O2 were obtained from Sigma Aldrich. Absolute 

ethanol was purchased from VWR Chemicals. Argon gas was from Air-Liquid. MPTMS and 

aminopropyl trimethoxysilane (APTMS) reagents were obtained from ALFA Chemistry. 

2.2. Sample preparation 

HfNbTaTiZr was prepared by melting techniques 40. Raw metals were used in the form of 

slugs and wires with a purity exceeding 99.9 wt.-%. Arc melting was first used to prepare 

master alloys (Ti–Zr–Hf and Ta–Nb), each alloy being melted twice. The final mixture was 

then subsequently melted by an arc and by induction to grant a full dissolution of all the five 

elements. It was then shaped like an ingot of approximately 60 mm in length and 10 mm in 

diameter by arc melting. The ingot was then 75% rolled for a thickness of 1 mm and then 

annealed under helium flow at about 1050°C for 5 hrs before to be cut into platelets of 

0.7×0.1 cm2 in size. The chemical composition of the produced alloys was first confirmed 

before to continue its processing as well as its microstructure and its main mechanical 

properties 29. The platelets were finally mechanically polished, leading to different surface 

roughness: unpolished and polished at 2000 and mirror grades.  

2.3. Surface oxidation 

All the produced platelets were cleaned in ethanol for 10 min by ultra-sonication and 

therefore immersed in three different aqueous oxidation baths for 2 hrs: 5% oxalic acid in 
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water (golden oxidation), 5% oxalic acid in 30% hydrogen peroxide (grey oxidation) or 5% 

oxalic acid in water followed in this case by a hydrothermal treatment at 80°C for 24 hrs in a 

solution made of 15 mL of H2O2 (30 %) and 15 mL of NaOH (10 M) (white oxidation). After 

rinsing in water and drying with pressurized argon, the platelets were calcined in air at 450°C 

for 30 min.  

2.4. Silanization 

MPTMS grafting was performed by sol-gel chemistry operating in distilled ethanol, at room 

temperature, and under an argon atmosphere, without stirring. Preliminary assays were 

performed by replacing MPTMS by APTMS (scheme 1), a more common and less expensive 

silane. We selected APTMS, as a test reagent, knowing that its reaction time will be shorter 

than that of MPTMS. It bears the same methoxy groups and leaves a terminal NH2 group, 

which may serve as a specific signature, for grafting quantification. Obviously, we were 

expecting longer period of incubation to complete silanization reaction with the bulky 

Pegylated MPTMS reagent. For such oligomers, long reaction times are often required, even 

when they are introduced in a large excess into the reaction medium 41-42. This due to the lack 

of contact between the surface hydroxyl groups and their borne alkoxysilane groups. PEG is 

in a random coil shape in bulk solution, and there is no driving force to adsorb to the surface 

43,44. So, in practice we defined more adapted operating conditions (Table 1): 

 

Table 1: Main operating conditions used for the MPTMS silanization’s process. 
  

Series Solvent 
Temperature 

(°C) 
Precursor 

Reaction 

time (hrs) 

Precursor 

concentration (%) 

1 Distilled 
ethanol 

25 MPTMS 
2 2 

2 8, 16, 24, 48 2 
3 16 2, 4 and 6 

 

In all the cases, for all the oxidized alloys, whatever the silane reagent, the samples were 

abundantly rinsed with fresh ethanol and then dried with pressurized argon. 
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Scheme 1. Developed formula of MPTMS (left) and APTMS (right) silane reagents 
 

2.5. Surface characterization 

The microstructure of all the platelets, before and after oxidation or silanization, was checked 

by Scanning Electron Microscopy (SEM) using a Supra40 ZEISS FEG-SEM microscope 

operating at 5.0 kV.  

The hydrophilicity of their surface was assessed by dynamic contact angle (CA) 

measurements. In detail, a drop of a calibrated volume (3 µL) is deposited on the surface of 

the investigated alloy. A camera follows the drop deposition and spreading. CA measurements 

are then achieved at the same time (5s) for all the samples on captured photos, using a DSA25 

Krüss Advance drop shape Analyzer. These measurements are repeated 5 times on different 

areas of the surface sample and averaged to determine the final CA value, focusing only on 

the oxidized alloys. 

To confirm siloxane grafting, FTIR spectroscopy was performed using a Thermo-Nicolet 

Nexus Model 8700 operating in attenuated total reflection (ATR) mode. Spectra were 

acquired in the range [500–4000 cm-1] with a spectral resolution of 2 cm−1. 

Finally, their surface structure and chemical composition were determined by by Grazing 

Incidence X-ray diffraction (GIXRD) and X-ray photoelectron spectroscopy (XPS), 

respectively. GIXRD analysis was performed using a Panalytical Empyrean diffractometer, 

equipped with a parallel plate collimator, a multichannel detector (PIXcel 3D) and a Cu Kα 

X-ray source (1.5418 Å).The incidence angle ω is set at 0.5°, the angular range at 10°-80°. 

The step size is 0.04° and the time per step equal to 4 s.. Pattern processing (background 

estimation, peak search, and phase identification) were done thanks to the HighscorePlus 
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software (Panalytical ®). XPS spectra were recorded using a K-Alpha+ system (ThermoFisher 

Scientific, East-Grinstead, UK) fitted with a micro-focused and monochromatic Al Kα X-ray 

source (1486.6 eV, spot size of 400 µm). The pass energy was set to 150 and 40 eV for the 

survey and the narrow high resolution regions, respectively. The spectra were calibrated 

against the (C―C/C―H) C 1s component set at 285 eV. The chemical composition was 

determined by using the manufacturer sensitivity factors using Avantage software, version 

5.9902. Survey spectra to identify elements on the surface were collected in steps of 1 eV at 

pass energy of 150 eV. High-resolution ones of separate photoelectron lines (C, O, N, Si, Hf, 

Nb, Ta, Ti, and Zr) were taken by steps of 0.1 eV at pass energy of 40 eV. The photoelectron 

take-off angle was normal to the surface of the samples. The sample surface covered by the 

analysis is (3.14×0.4×0.4 = 0.5024 mm2). Spectra processing (peak-fitting, area calculation…) 

was done with Avantage software. 

2.6. Metal trace analysis in solution 

In parallel, to the listed above material characterization techniques, X-ray Fluorescence 

spectroscopy (XRF) was performed on sterilized physiological solutions, typically PBS and 

Dulbecco's Modified Eagle cell culture Medium (DMEM), before and after one month 

contacting to the prepared alloys and their surface treated counterparts, to quantify any metal 

release. A trace methodology was applied inspired by previous works 45. It consists in 

depositing 20 μL on a polycarbonate membrane, wait for the solvent to evaporate and repeat 

these steps 3 more times. A Panalytical Epsilon 3XL spectrometer, equipped with an Ag X-

ray tube operating with 2 conditions : 50 kV during 300s for Hf, Nb, Ta and Zr, and 12 kV 

during 300s for Ti was used. Calibrations were established by preparing reference samples, 

with standard solutions of 1g/L (Inorganic Ventures) and using exactly the same membranes 

and measurement conditions. In the case of fine deposits, a linear relationship is obtained 

between the mass of the element and the intensity of the corresponding peak. 
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3. RESULTS AND DISCUSSION 

The procedure applied in the present work includes two surface treatments: oxidation and 

silanization. For the oxidation, the effect of two main parameters was investigated: the surface 

roughness in relation to the alloy polishing grade and the chemical oxidation conditions in 

relation to the oxidation bath composition. For the silanization, a particular emphasis was 

made on the MPTMS reagent, varying its concentration and its reaction time. 

3.1. Surface oxidation 

In the remainder of this discussion, three kinds of samples were compared, one unpolished 

and two polished at 2000 and mirror grades, All of them were immersed in three different 

chemical oxidation baths, called respectively golden, grey and white conditions, in order to 

make a choice on the type of surface to be used for the silanization treatment. Also, the results 

of white oxidation will not be presented in this section, because this oxidation is too much 

corrosive leading to severe degradation of the surface, as already observed on conventional Ti  

alloys 46. The formed oxide layer is porous and non-uniform in composition (see Figure SI-1 in  

the supporting information section). 

GIXRD does not allow identifying any oxide phase at the surface of the treated alloys (see 

Figure SI-2). Only the peaks of the body-centered cubic alloy were identified. We attributed 

this feature to the very small thickness of the oxide layer (few nanometers), largely lower than 

the GIXRD analysis deepness (some hundreds of nanometers).  

Reversely, XPS, which is a more surface sensitive analysis technique, confirmed the 

oxidation. All the high-resolution spectra recorded at the Hf 4f, Nb 3d, Ta 4f, Ti 2p, and Zr 3d 

XPS signals indicated that all these metallic elements exist at their +4 or +5 oxidation state on 

the alloys surface, as illustrated in Figure 1. Indeed, the measured binding energies for the 
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respective signals are almost equal to those usually reported for their monometallic oxides, 

namely HfO2, Nb2O5, Ta2O5, TiO2 and ZrO2 (Table 2), suggesting that an unmixing occurred  

on the surface along with the oxidation.  
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Figure 1: Hf 4f, Nb 3d, Ta 4f, Ti 2p, and Zr 3d, high-resolution XPS spectra (a, b, c, d, e, 
respectively) of HfNbTaTiZr alloy polished at miror grade and oxidized in water within 
golden conditions. The survey XPS spectrum is also given for information (e).  
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Usually, a non-negligible binding energy shift is observed in mixed metal oxides in 

comparison to the non-mixed ones 46-49. This shift is due to the fact that, when two oxides 

were mixed to form a solid oxide solution, the cation of the more ionic metal oxide would 

become more ionic, and the cation of the more covalent metal oxide would become more 

covalent. Therefore, the charge of the more ionic cation, respectively the more covalent 

cation, is expected to be larger, respectively smaller, in the mixed oxide than in the pure 

oxides, making its core binding energy value larger, respectively smaller. To confirm such a 

behavior, we intentionally oxidized the unpolished HfNbTaTiZr alloy, and its polished 

counterparts, in air at 800°C. We obtained in all cases, a white powder. The XRD pattern of 

this powder matched very well with the superposition of the diffraction peaks of HfO2, Nb2O5, 

Ta2O5, TiO2 and ZrO2 (Figure SI-3). The peaks are broadened, but their position is undoubtedly 

corresponding to the thermodynamically stable allotropes of these monometallic oxides. 

 

Table 2: Binding energy (BE) values of the Hf 4f, Nb 3d, Ta 4f, Ti 2p and Zr 3d XPS signals 
for the HfNbTaTiZr alloy mirror polished and oxidized in water within golden conditions and 
in air at 800°C compared to those reported in the relevant literature for pure or doped HfO2, 
Nb2O5, Ta2O5, TiO2 and ZrO2 oxide powders and/or films. 
 

 
BE(eV) 

Hf 4f7/2 

BE(eV) 

Nb 3d5/2 

BE(eV) 

Ta 4f7/2 

BE(eV) 

Ti 2p3/2 

BE(eV) 

Zr 3d5/2 
Ref 

HfNbTaTiZr oxidized in water 16.9 207.3 26.0 458.6 182.2 This work 

HfNbTaTiZr oxidized in air 16.7 207.0 25.8 458.8 182.2 This work 
Ta doped TiO2    - - 26.4 456.2 - 50 

Nb doped TiO2                    - 206.7 - 456.2 - 50 

Zr doped TiO2 - - - 458.6 181.8 51 

 Pure TiO2    - - - 458.5 - 50,52 

Zr doped HfO2 - - - - 183.4 53,54 

Pure HfO2 16.7 - - - - 55–57 

Hf doped ZrO2 - - - - 181.7 56,58 
Pure ZrO2 - - - - 182.4  59 

Hf doped Ta2O5 17.1 - 26.2-26.3 - - 60,61 
Pure Ta2O5 - - 26.7 - - 62,63 

 

Additionally, the recorded high-resolution Hf 4f, Nb 3d, Ta 4f, Ti 2p and Zr 3d XPS spectra 

of the white powder exhibited the same signatures than those previously observed on the 
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surface of water oxidized alloys (Table 2). Still, in the perspective of demonstrating that only 

monometallic oxides were formed, we were interested in comparing our XPS results with 

those of the literature dealing with the XPS signature of pure and mixed Hf, Nb, Ta, Ti and/or 

Zr powder and/or film oxides. Interestingly, Znad et al., who studied Ta and Nb-doped TiO2 

oxides 50, observed the expected cocktail effect with a shift in the binding energy of Ti 2p 

XPS signal from 458 in pure TiO2 to 456 in Ta or Nb-doped one (Table 2). We did not 

observe these shifts on the Nb 3d, Ta 4f, and Ti 2p signals of our oxidized alloys. Armeleo et 

al. 57 and Lu et al. 60,61 also observed this cocktail effect by comparing the Hf 4f signal in pure 

HfO2 and Zr doped HfO2 and the signal of Ta 4f in pure TaO2 and Hf doped TaO2 oxide, 

respectively. And, once again, we did not observe such shifts on the Hf 4f, Ta 4f and Zr3d 

signals of our oxidized alloys. So, monometallic oxides were formed at the surface of all our 

treated alloys despite their initial alloying as a single metallic solid solution phase.  

Now, comparing the surface chemical composition of our samples, differences appeared from 

one sample to another, depending much more on the oxidation conditions than on the 

polishing ones (Table 3). Indeed, the samples oxidized in the solution of oxalic acid with 

hydrogen peroxide (grey conditions) are strongly lixiviated, whatever their polishing grade, 

with a net loss of Nb, Ta, and Ti elements. In the case of the samples oxidized in the solution 

of oxalic acid without hydrogen peroxide (golden conditions), the Hf, Nb, Ta, Ti and Zr 

contents remained equivalent, meaning that the surface of the alloys is still equimolar.  

 

Table 3: Surface atomic composition of the HfNbTaTiZr alloy polished at different grades 
and oxidized in water within grey and golden conditions, compared to that of the same 
polished alloys and heated in air at 800°C.  
 

Oxidation type Sample %Hf %Nb %Ta %Ti %Zr 

Aqueous grey oxidation 
Unpolished 23,0 14,0 18,0 12,0 33,1 
Polished 2000 23,1 14,0 14,9 14,1 34,0 
Polished mirror 22,3 13,5 17,0 12,0 36,0 

Aqueous golden oxidation 
Unpolished 4,0 3,1 3,0 3,3 4,0Polished 2000 21,0 19,0 22,0 18,0 20,0 
Polished mirror 22,1 19,0 21,1 17,1 21,0 
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Finally, in the case of the unpolished samples, because of a probable thick carbon 

contamination deposits on their surface, we have very weak metallic concentrations, not at all 

representative of the bulk composition of the bar alloy, particularly for those treated within 

soft oxidation conditions. The carbon deposit has not been digested, masking, therefore, the 

inorganic surface of the unpolished alloys during XPS analysis. As a consequence, we 

decided to mainly focus on the polished samples, and particularly those oxidized in water 

within golden conditions for the desired applications. In order to tentatively make a final 

choice between the two grades of polishing, 2000 and mirror, we performed surface 

morphology analyses of their surface using both SEM top view observations and water 

contact angle measurements. The comparison of the recorded SEM micrographs on the 

polished alloy at 2000 and mirror grades and subsequently oxidized in water within golden 

conditions showed some morphological differences (Figure 2). The sample polished at 2000 

grade exhibits a denser surface than that polished at mirror grade. Moreover, the latter sample 

exhibits also a submicrometer-sized surface porosity, which is also evidenced by the contact 

angle measurements. Indeed, whereas the former sample evidences a surface wettability and 

then a hydrophilicity increase upon oxidation, with a net decrease of the average contact angle 

from about 60° to about 5° after aqueous treatment, the later does not. The spread water 

droplets infiltrate its oxide layer, making the measurement impossible (Figure 3). The sample 

polished at 2000 grade and oxidized within the golden oxidation was thus retained for the 

silanization step. 
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Figure 2: Surface SEM images of the alloys polished at 2000 (left) and mirror (right) grades 
and oxidized within golden conditions. 

 

 
 

Figure 3: Contact angle measurement of the alloys polished at 2000 (left) and mirror (right) 
grades and oxidized within golden conditions. 
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3.2-Surface silanization 

Preliminary APTMS grafting experiments allowed us to fix the ability of our polished at 

grade 2000 and oxidized under golden conditions HfNbTaTiZr alloy to be silanized. Within 

the explored operating conditions, namely a nominal APTMS concentration of 2 % and a 

reaction time as short as 2 hrs, we succeeded to grow a dense and thick coverage for a (see 

Figure SI-4 and Figure SI-5). As expected these conditions are found to be far from the 

required ones for MTMPS attachment. All the MPTMS FTIR signatures are missing in the 

recorded spectra on the samples treated with MPTMS within the same operating conditions 

than those used for APTMS (Figure 4). Whereas the FTIR spectrum of free MPTMS spectrum 

(Figure 4a) evidenced bands characteristic of the CH3 rocking 62, Si–O (in Si–O–CH2) 

stretching 63,64, Si–O stretching 63,64, Si-O–CH2 bending 64, CH2 rocking 64,65 and H–C–H (in 

CH2) bending 62 at  835, 953, 1090 cm-1, 1241, 1176 and 1391 cm-1, respectively, that of 

grafted alloys did not (Figure 4a). Also, the bands at 2980 and 2875 cm-1, commonly assigned 

to the symmetric and asymmetric C–H (in CH3) stretching 64 vibrations are missing (Figure 

4a). Reversely, by increasing the reaction time and also the MPTMS nominal concentration 

(Table 1), we significantly improved the grafting conditions. All the characteristics MPTMS 

bands were identified in the spectra of the alloys contacted with MPTMS for 16 hrs and more 

(Figure 4b), with an intensity which increases when the reaction time and/or the precursor 

concentration increases. This is typically the case of the bands centered at 1090 cm-1 (Si–O 

vibration) and 2980 cm-1 (C–H vibration) as illustrated in Figure 4b and Figure 4c. Note that 

the highest intensities for these bands were obtained for the sample treated for 48 hrs, fixing 

the nominal MPTMS concentration to 2%. For this sample, the band attributed to the Si–O–CH2 

bending vibrations at 1241 cm-1 disappears completely (Figure 4b), meaning that, within these 

reaction conditions, each MTMS molecule loses its 3 methoxy groups, after their nucleophilic 

substitution within the silicon coordination sphere by 3 hydroxyl groups from the alloy surface. 
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Figure 4: Comparison of the ATR-FTIR spectra recorded on free MPTMS and the treated alloy for a reaction time of 2 hrs, fixing the nominal 
MPTMS concentration to 2 % (a). Comparison of the ATR-FTIR spectra recorded on the treated alloys for different silanization reaction time, 
fixing the nominal MPTMS concentration again to 2 % (b). Comparison of the ATR-FTIR spectra recorded on the treated for different MTMPS 
nominal concentrations, fixing the reaction time to 16 hrs (c). 
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This reactivity leads to the attachment of each engaged Si atom to the metal surface through 

three covalent metal-O-Si bonds, achieving a strong attachment of the MPTMS organic layer 

to the alloy surface. This must be underlined because it is crucial, for the desired application, 

that the organic coating remains anchored to the implant surface, whatever its chemical and 

mechanical environment. 

XPS analysis was also performed on the silanized samples to confirm the ATR-FTIR results.  

The atomic concentrations of the different surface elements are summarized hereafter in Table 

4, focusing on the two samples series, that corresponding to the variation of the reaction time 

from 16 to 48 hrs, fixing the nominal MPTMS concentration at 2%, and that corresponding to 

the variation of the nominal MPTMS concentration from 2 to 6 %, fixing the reaction time to 

16 hrs. 

Table 4: Surface atomic composition of the HfNbTaTiZr alloy polished at grade 2000, 
oxidized in water within golden conditions and reacted to MTPMS molecules in ethanol for 
different times and/or nominal siloxane concentrations. 
 

(*) Data inferred from the XPS spectrum recorded on the oxidized alloy just before its silanisation  

(**) Silicon content does not vary monotonically in this sample series, due to random silica contamination 

occasioned during the polishing process. For this reason, this element has not used a fingerprint of the 

MPTMS grafting, and only the carbon and oxygen content increase was used for such a purpose.  

(***) For these reaction conditions, XPS analysis does not allow identifying the presence of any metallic elements 

meaning that the thickness of the formed organic layer on the sample surface is larger than the depth 

analyzed by XPS (less than 10 nanometers). 

 

First of all, by comparing the high resolution XPS Si 2p signal from one sample to another for 

these two series, and from any of them to that of the non-silanized sample, one may note that 

MPTMS 

nominal 

concentration 

(%) 

Reaction 

time  

(hrs) 

Surface chemical composition (at.-%) 

C O Si Hf Nb Ta Ti Zr 

0 0 28.2(*) 56.1(*) 3.0(*) 2.6(*) 2.7(*) 2.6(*) 2.5(*) 2.5(*) 
2 16 32.4 47.0 7.5(**) 2.6 2.7 2.7 2.5 2.5 
2 24 60,0 27.4 11.7(**) 0,2 0,2 0,2 0,2 0,2 
2 48 71,0 26.5 2.4(**) -(***) -(***) -(***) -(***) -(***) 
4 16 41.6 40.5  6.8 2.2 2.3 2.2 2.2 2.2 
6 16 46.3 40.1 6.0 1.5 1.5 1.5 1.5 1.5 
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the intensity of this signal is never zero, and it is higher in the silanized samples than in the 

non-silanized one. Also, the intensity of this signal does not vary monotonically as the 

reaction time or the precursor concentration increases (Figure SI-6). It can be thus concluded 

that the appearance of the Si 2p XPS peak at about 103 eV can not be used as a silanization 

fingerprint. Random Silicon contamination related to the polishing step (the use of silica 

colloids and/or silicon carbide discs) exist in all the samples and does not allow direct 

quantification of the grafting process. 

Second, by comparing the high-resolution XPS C 1s signal at around 285 eV from one sample 

to another for these two series, and from any of them to that of the non-silanized sample, one 

may note that the amount of carbon on the surface of the oxidized alloy increases when the 

reaction time and/or the silane nominal concentration increase, meaning an increase in the 

amount of attached MPTMS molecules (Figure 5). To be more precise, this peak is, in fact, a 

double peak, centered at 285 and 286 eV, and related to C-C/C-H and C-O-C species, 

respectively  (see the peak-fitting plots in Figure SI-7) 66-68. Interestingly, the intensity of the 

ether contribution, which is specific to the MPTMS molecules (see scheme 1), increases when 

the reaction time and/or the silane concentration increases, confirming undoubtedly the 

grafting.  
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Figure 5: High resolution C 1s XPS spectrum of HfNbTaTiZr alloy polished at grade 2000 
and oxidized in water within golden conditions compared to those of the same sample after its 
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reaction with MTPMS (2%) for 16, 24 and 48 hrs (a), or for 16 hrs with a MPTMS nominal 
concentration of  2 , 4 and 6% (b). For the two set of samples, the C 1s XPS signature before 
grafting is given for comparison (see dashed black line). 
 

The same comparison performed around the XPS O 1s signal also gives similar information. 

It shows that this signal is, in fact, the convolution of two contributions, an organic one, at 

532.0 eV, inferred from the ether groups of the attached MPTPS molecules on the surface of 

the treated alloys, and an inorganic one, at 531.0 eV, originated from the involved oxide 

lattices (Figure 7). Interestingly, the later contribution decreases drastically to disappear for 

the sample corresponding to a reaction time of 48 hrs, suggesting a total and dense alloy 

coating. Beside this peak intensity change, a slight peak position shift proceeds (see Figure 

SI-8 in the supporting information section). This feature is also correlated to a progressive 

coverage of the metal oxide surface, through Si-O-Metal covalent bonding. So even if one of 

the Hf-O-Si, Nb-O-Si, Ta-O-Si, Ti-O-Si or Zr-O-Si bonds are created selectively at the 

beginning of the silanization reaction, it is very likely that after 48 hrs, this selectivity is 

averaged and all these bonds become effective.   
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Figure 6: High resolution O 1s XPS spectrum of HfNbTaTiZr alloy polished at grade 2000 
and oxidized in water within golden conditions compared to those of the same sample after its 
reaction with MTPMS (2%) for 16, 24 and 48 hrs (a), or for 16 hrs with a MPTMS nominal 
concentration of  2, 4 and 6% (b). For the two set of samples, the O 1s XPS signature before 
grafting is given for comparison 
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This is confirmed by the disappearance, for this sample, of the Hf, Nb, Ta, Ti and Zr XPS 

signatures, in its survey spectrum and its respective Hf 4f, Nb 3d, Ta 4f, Ti 2p and Zr3d high-

resolution XPS spectra (Figure 7).  

So, for these silanization reaction conditions, a continuous organic layer was successfully 

deposited on the oxidized alloy. This layer is assumed to be of about 10 nm in thickness. 

Indeed, focusing in the whole survey XPS spectra shape, one may observe that background 

becomes flatter when the grafting reaction time increases suggesting a thickening of the 

grafted layers. In the same time, for the sample corresponding to the longest reaction time 

(blue line in Figure 7f), the survey spectrum does not have a completely flat horizontal 

background. This means that though the PEGylated silane layer is there, it does not 

completely screen the inelastically emitted core electrons from the underlying alloy. Such 

feature is often reported when the grafted layered shell is not thick enough to completely 

screen the underlying substrate 69,70. This is typically the case when the thickness of the 

coating does not exceed the analysis depth, i.e. 10 nm. 

So, on these bases, we decided to pursue our investigations on this sample precisely, in order 

to test the efficiency of the coating toward eventual chemical attack, when immersed for a 

long time in biomimetic aqueous environments. 
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Figure 7: High-resolution Hf 4f, Nb 3d, Ta 4f, Ti 2p and Zr 3d XPS spectra (a, b, c, d and e, 
respectively) of HfNbTaTiZr alloy polished at grade 2000, oxidized in water within golden 
conditions and then reacted to MTPMS fixing the nominal siloxane concentration to 2% and 
varying the reaction time from 16 to 48 hrs. The survey spectra of all the analyzed samples 
are also given for information (c). 
 

3.3. Immersion in a physiological medium 

As a preliminary biological assay, focusing on the alloy polished at 2000 grade, its oxidized 

within golden conditions (without H2O2) counterpart and that coated by MPTMS within 

optimized silanization conditions (a reaction time of 48 hrs for a nominal silane concentration 

of 2%), two different solutions, a PBS buffer (M1) and a DMEM standard nutrient mixture for 

cell culture (M2), were selected to test the chemical stability of the samples. In practice, the 

solutions were filtered (0.2 µm) and stored in a sterilized glass vessel (autoclaved at 120°C) 

within a laminar flow hood, to avoid any bacteriological contamination, before use. Also, still 

operating in a laminar flow hood, the selected platelet was exposed to UV (365 nm) for a 
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couple of minutes and then immersed in the selected solutions for one month (30 days) in 

closed sterilized and light-opaque glass bottles. At the end of the experiment, the supernatants 

were analyzed by XRF while the platelets were analyzed by XPS. 

XRF was carried out to detect possible traces of released metals, but after four successive 20 

μL deposits drawn in each physiological medium (M1 and M2), no traces of Hf, Nb, Ta Ti 

nor Zr metals were evidenced. The same results were obtained, whatever the analyzed 

supernatants, those in which untreated alloys were immersed and those in which treated alloys 

were immersed. Of course, these results must be considered with cautions, since they are 

restricted by XRF detection limits. As a reminder, the detection limits of Hf, Nb, Ta, Ti, and 

Zr, within our operating conditions, are of 54, 49, 63, 30 and 42 ng, corresponding to minimal 

concentrations of 675, 612, 787,  375, 525  µg/L, respectively.  

Once removed from the physiological environment, the platelets were abundantly rinsed with 

ethanol under sonication and dried under argon flow before XPS analysis. The obtained 

results are more contrasted than those inferred from XRF ones. Indeed, whereas, bare and 

oxidized alloy exhibit slight Nb and Ti losses, with a decrease of their respective atomic 

content by comparison with the fresh samples, their silanized counterpart does not (Table 5). 

After MPTMS grafting, the density and the thickness of the formed organic layer make the 

HEA metallic elements completely buried under it, escaping from any PBS or DMEM 

corrosion effect. The organic coating appeared to be still present slightly affected by the 

prolonged immersion in the selected biomimetic solutions, particularly DMEM one, since a 

slight increase of the nitrogen content was observed (Table 5) due to probable amino acids 

adsorption.  

 

Table 5: Surface atomic composition of the HfNbTaTiZr alloy polished at grade 2000 (bare 
alloy), oxidized in water within golden conditions (oxidized) and reacted to MPTMS (2%) for 
48 hrs after their immersion for one month in M2 media. 
 
Medium Sample Surface chemical composition (at.-%) 
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C O N Si Hf Nb Ta Ti Zr 

M1 
bare  43.8 42.3 1.3 0.7 2.6 2.0 2.6 2.0 2.7 

oxidized  47.1 40.9 1.2 1.0 2.1 1.8 2.1 1.8 2.1 
silanized  69.6 28.1 1.5 0.9 -(*) -(*) -(*) -(*) -(*) 

M2 
bare 55.17 29.83 6.12 2.80 1.4 1.0 1.4 1.0 1.4 
oxidized  53.09 29.31 7.92 3.20 1.5 1.0 1.5 1.0 1.4 

silanized  68.27 20.18 11.05 0.50 -(*) -(**) -(**) -(**) -(**) 

 **) XPS analysis does not allow identifying the presence of any metallic elements meaning that the thickness of 

the formed organic layer on the sample surface is larger than the depth analyzed by XPS (less than 20 

nanometers). 

 

CONCLUSION 

In the present work, we have compared different reactions conditions for functionalization of 

HfNbTaTiZr equimolar for materials bio-implant applications. Qualitatively, the oxidation 

step leads to unmixed monometallic oxide layer: TiO2, Nb2O3, ZrO2, Hf2O3, and Ta2O5 

whatever the polishing grade and the oxidation conditions (golden or grey). Quantitatively, 

the sample polished 2000 oxidized golden (without H2O2) retains the best surface chemical 

stoichiometry. The appearance of Si-O and C-H bonds at 1100 and 2900 cm-1 during the 

ATR-FTIR analysis of oxidized and functionalized alloys confirms the grafting of MPTMS 

molecules to the surface. The MPTMS concentration in the pure ethanol and the reaction time 

has a direct influence on the quality of the grafted layer on the surface of HfNbTaTiZr. 

Interestingly, combining XRF and XPS analyses, we demonstrated that this coating prevents 

the chemical surface alteration of the alloy when contacted, for a long time (one month), to 

biomimetic media, like PBS and DMEM, promoting the use of surface silanized equimolar 

HfNbTaTiZr as bio-implant material definitively.  
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