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Abstract 

This research reports, for the first time, the combination of food-grade coconut oil and coconut 

shell-based activated carbon as precursors for the synthesis of bio-based shape-stabilized phase 

change materials (bioSSPCM). Despite its low melting enthalpy, simple physical blending by 

heating and mixing is found to be a very reliable preparation method for the completely 

coconut-based materials, producing a thermally stable bioSSPCM with anti-leakage. No 

difference between food grade and analytical grade coconut oil, in terms of its application for 

SSPCMs, was evident. Further, comparing the performance of coconut oil against octadecane, 

a conventional phase change material, it was found that with the same synthesis conditions, the 

coconut oil exhibited improved stability, with less leakage after phase change cycling.

Keywords: Phase change materials; Coconut based-materials; Latent heat storage; Activated 

carbon; Buildings & thermal comfort 

 

Introduction 

In 2019 it was estimated that buildings consume 30-40% of global energy production and emit 

38% of global energy-related CO2 emission [1,2]. However, though energy consumption is 

common to all industrial, commercial, residential, and governmental buildings, the energy 

demands of each type vary differently, both throughout the day and throughout the year. 

Maintaining buildings for the thermal comfort of the occupants is necessary, and a great deal 

of energy is used in heating cold buildings at night and in cooling warm ones during the day. 

Storing thermal energy for later use is one method of reducing the energy demand for buildings, 

for example, by allowing heat to be stored during the day, enabling a house to be heated during 

the night.  

In buildings, such thermal storage can be realized by the incorporation of latent heat storage 

materials into the building structure that could store and release heat while phase changing. 

Materials suited to this are referred to as phase change materials (PCMs) [3–5]. For PCMs to 

be of use for thermal energy storage in buildings, the phase change must occur within the 

correct temperature range, usually between 22 to 28 oC [6]. Many such PCMs in use are 

available whether euectic mixtures, inorganic materials including many low-melting 
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temperature salts, and organic materials, such as fatty acids and fossil fuel-derived waxes [7]. 

With the rapid depletion of fossil fuel sources throughout the world, relying on such waxes to 

attempt latent heat storage poses a problem with the ongoing viability of the method. Instead, 

the development of renewable and environmentally friendly PCMs should be emphasized. By 

using environmentally friendly materials with a melting temperature within the range of 

building comfort, electricity consumption could be reduced and waste heat repurposed; such 

applications have shown promise, especially in temperature peak shaving and shifting [8,9]. 

One obstacle for PCM applications in buildings is the leakage of the materials while in its liquid 

phase. There are multiple strategies to ensure that PCMs remain stabilized in a building 

structure; in particular, encapsulation (microencapsulation or macroencapsulation) [3,10–12] 

and shape stabilization [13–15] are two well-known methods. The encapsulation techniques 

are well developed [16], and now various commercial products in the form of micro or macro 

encapsulated PCMs are available [17]. Shape stabilization also shows considerable progress 

for potential applications [8]. Comparatively, though microcapsule PCMs are possible to be 

used for latent energy storage in buildings, the practical application of them becomes 

prohibitively expensive, due to the relatively large quantity of PCMs required for a typical 

building. Due to this, less expensive materials and synthesis methods must be further developed. 

Shape-stabilized phase change materials (SSPCMs) use the porous structure of a material to 

support the PCM and prevent leakage whilst in its liquid form. Three categories of nanoscale 

pores are defined by IUPAC [18], and of these, it was reported that the mesopores and 

micropores are more preferable for SSPCM due to optimal surface tension and capillary forces 

[19]. Activated carbon is an organic-based material that has been studied as the supporting 

structure for PCMs because of its high specific surface area and porosity [20,21]. The use of 

activated carbon as the supporting structure could increase the thermal conductivity of the 

SSPCM [22–24].  

Biomass activated carbon is an environmentally friendly material that can be used as the 

SSPCM supporting structure, and critically, can be produced in low cost, and environmentally 

friendly ways. Kim et al. reported  that the production of one kilogram of activated carbon from 

wood waste is capable of reducing global warming potential (GWP) by about 10 kg CO2-eq 

compare to coal based activated carbon, and the use of one ton of wood waste for activated 

carbon can reduce the GWP by 163 kg CO2-eq compared to wood waste landfill [25]. The shell 

of coconut which is a by-product of coconut water,milk and oil production has becomes a 

biomass waste problem, especially in tropical countries [26]. This agricultural waste product 

will be present for as long as the demand for coconuts and coconut products exist. In 2020 

alone it was estimated that the global coconut production was 62.5 million tons, with demand 

set to increase in the coming years [27,28]. The use of biomas waste product for activated 

carbon sources will not just lower the cost of material, but simultaneously will reduce the cost 

of dealing with an existing waste product. Food grade coconut oil and activated carbon are 

already common market products, which means an established production/synthesis procedure 

and inexpensive price. Adding to that, the use of a simple synthesic method such as avoiding 

the use of solvents and vacuum for SSPCM fabrication will lower the cost even more.  

Many reports investigate the use of activated carbon as a supporting material for organic PCMs; 

some examples are listed in Table 1. Octadecane as a paraffin compound with high latent heat 

has been widely researched for thermal comfort applications. Octadecane has also been mixed 

with biomass-based activated carbon such as palm kernel [29,30], and peat soil [31]. Despite 

its high latent heat, octadecane is mostly produced from the refinery process of natural gas 

(which is non-renewable) and hence relatively expensive. On top of the use of biomass-

activated carbon, using organic PCMs, especially bio-based PCMs will increase its 



environmentally friendly nature. Fatty acid SSPCMs, using  palmitic acid [22,32], stearic acid 

[23,24], and lauric acid [33] have been successfully prepared with activated carbon acting as 

the supporting structure. Fewer reports are found about the combination of biomass-based 

activated carbon with renewably sourced PCMs [34,35], but it is undoubtedly a worthwhile 

effort to achieve more environmentally sustainable materials with an additional economic 

incentive in the form of simultaneous elimination of an existing waste product. 

For preparation, commonly bioSSPCM are made by physical blending using solvents or by 

vacuum impregnation. These two methods have shown their potential to produce SSPCMs with 

a PCM loading capacity of over 90% by weight [32,34,36] and retain a melting enthalpy of 

over 95% compared to its pure PCM counterpart [23,24,37]. Nevertheless, the need for solvents, 

filtering, and vacuum processes translate to higher production costs and environmental impact. 

To assess the SSPCM, besides the typical material and thermal characterization, a leakage test 

is unavoidable to confirm the ability of the supporting structure to retain the PCM in its 

structure. Heating on paper is the most favoured method, as can be seen in Table 1.  

In this study coconut-based PCMs were examined, using a simple physical blending method to 

produce an inexpensive, eco-friendly, and high-performing bioSSPCM, using abundant and 

easily obtained materials. Coconut oil is a commonly used product that has a melting point near 

room temperature, hence the potential for maintaining thermal comfort. To stabilize the liquid 

form, the coconut oil will be supported by activated carbon synthesized from coconut shells. 

This combination of coconut oil and coconut shell is a novel bioSSPCM, that has the potential 

as a passive thermoregulator in buildings, especially in tropical countries with abundant 

production of coconut palms, and as a side note also a way to solve the problem of large coconut 

shell waste. Two different types of coconut oil (market and analytical grade) were used to 

investigate if any effect of processing impacts upon the performance for SSPCM applications. 

To further understand the effect of the simple physical blending synthesis for different types 

of organic PCM and activated carbon, octadecane as a PCM and two other types of activated 

carbon as supporting structures were investigated. As illustrated in Fig.1, despite the low latent 

heat compared to octadecane, this work investigates the advantages of using coconut-based 

materials for SSPCMs by simple physical blending synthesis. To our knowledge, this research 

is the first that reports on the combination of coconut oil and coconut shell-based activated 

carbon as a bioSSPCM. 

 

Materials and methods 

Materials 

Steam-activated carbon made from coconut shells, Y-180C (ACsteam) was obtained from 

Ajinomoto Fine-Techno Inc., food-grade organic virgin coconut oil (COfood) was purchased 

and used without additional purification. Basic and neutral analytical grade charcoal-based 

activated carbon (ACbasic and ACneutral) and analytical grade (1st grade) coconut oil were 

obtained from Wako Chemical Inc. (COan), and analytical grade octadecane (99%) was 

purchased from Sigma Aldrich (Oct). All the materials used in this experiment were used 

directly without prior treatment. The photographs of all the precursors used in this experiment 

are shown in SI Fig. S1 and Fig. S2. 

SSPCM Synthesis 

The SSPCM samples were prepared by simple physical blending synthesis, as illustrated in Fig. 

2. In a typical preparation, specific amounts of PCM and activated carbon (for the range of 



values studied, please refer to SI Loading capacity check) were heated up to 80 oC and held for 

10 minutes, then the activated carbon was poured into the liquid PCM and stirred for 10 minutes. 

The resultant material from this process is the shape-stabilized phase change material (SSPCM), 

used for further analysis. Approximately 3 g of the resulting material was then shaped into a 

cylinder using a 10 mm diameter metal die-piston set (SI Fig. S3). Before fabricating the 

SSPCM samples, the PCM optimal ratios were determined by varying the quantity of activated 

carbon to PCM for samples (SI Loading capacity check). Unless otherwise described, 

measurements in this work use the determined optimal ratios, 1:0.8 ACsteam:PCM, 1:1.8 

ACbasic:PCM, and 1:1.2 ACneutral:PCM. 

Characterization  

X-Ray Diffraction (XRD) patterns were taken with a Rigaku Smart Lab 3 diffractometer (Cu 

radiation, λKα1 = 1.5418 Å, and λKα2= 1.5444 Å), across a range of 10o-90o with a step width of 

0.02o at a scan speed of 8o. Fourier Transform Infra-Red (FTIR) spectra were obtained using a 

Shimadzu IRAffinity-1S in the range of 500-4000 cm-1. Scanning Electron Microscopy (SEM) 

images were taken with a Hitachi S-4800 with an accelerating voltage of 10 kV. Using data 

from the nitrogen adsorption isotherm (BELSORP-mini II Sorption System), surface areas 

were calculated by the Brunauer-Emmett-Teller (BET) method, and pore diameter and pore 

volume were calculated by Barrett-Joyner-Halenda (BJH) method. Thermogravimetric 

analysis (TGA) was conducted using a Hitachi TG/DTA6200 with a 20 oC/min heating rate 

under nitrogen flow 20 ml/min. Differential Scanning Calorimetry (DSC) was conducted using 

a Hitachi X-DSC7000 at a 5 oC/min heating rate. From DSC measurement, melting 

temperatures (Tm) were determined and melting enthalpies (ΔHm) were calculated. Theoretical 

melting enthalpies (ΔHm-T) were calculated according to equation (ΔHm-T = ΔHm x loading 

capacity). Thermal diffusivities (𝛼) were measured by a Laser Flash Technique with a Netzsch 

LFA 467-HT at room temperature using a specialized sample holder. The thermal 

conductivities (𝜅) were calculated according to equation (𝜅 = 𝛼. 𝐶𝑝. 𝜌), where 𝐶𝑝 is specific 

heat (obtained from DSC measurement) and 𝜌 is the density at room temperature. Leakage 

testing was done by heating the samples above a filter paper, from room temperature up to ~75 
oC and maintaining the elevated temperature for 30 minutes. Sample masses were taken before 

and after the heating process. A Testo 868 instrument was used to take the infra-red and real 

images of the SSPCM samples at four temperature points while conducting the leakage test. 

 

Result and discussion 

The preliminary experiment concluded that the optimal loading capacities of the PCM 

into activated carbon (SI Fig. S3b and 3d) are 80%, 180%, and 120% of mass for 

ACsteam, ACbasic, and ACneutral, respectively. It was found that the loading capacity is the 

same regardless of PCM type. From the three types of activated carbon and three types 

of PCM, nine SSPCM samples were prepared, as shown in Table 2. 

XRD and FTIR analysis 

The XRD patterns of the three activated carbon precursors (Fig. 3a) show broad peaks at 

24o and 43o, which belong to the (002) and (100) planes, respectively [13,23]. The graphite 

crystal phase at 26.5o (002 plane) was also observed on the ACneutral compared to the other two 

activated carbon [38]. This indicates that the three activated carbon are largely amorphous 

whilst ACneutral contains some graphite crystals. The coconut oil samples show a broad peak at 

20o, indicating the amorphous phase of polymer, similar to the reported pattern by other [39], 

and no significant difference between COfood and COan pattern was observed. The Oct pattern 



shows the β-form crystal phase of n-octadecane at 19.2o (010), 19.7o (011), 24.5o (-101), and 

24.6o (110) and the α-form crystal phase of n-octadecane at 11.5o (003), 15.3o (004), 39.5o 

(022), and 44.4o (207) [10]. With this, the difference between the amorphous phase of coconut 

oil and the crystalline phase of octadecane was confirmed. 

In the FTIR spectra Fig. 3b, the COfood and COan display absorbencies at 2960 cm-1, 2921 cm-

1, and 2854 cm-1, which indicates the sp3 -CH stretching vibration, at 1742 cm-1 indicating the 

C=O stretching vibration, at 1466 cm-1 indicating the sp3 -CH bending vibration, 1160-1109 

cm-1 assigned to the acyl ester C-O vibration, and at around 720 cm-1 due to the -CH2 rocking 

vibration [34,35]. The Oct spectrum shows peaks at 2913 cm-1 and 2848 cm-1 corresponding to 

the stretching vibrations of -CH2 and -CH3 groups respectively, at 1466 cm-1 and 1369 cm-1, 

which belong to the bending vibrations of the -CH2 and -CH3 groups, and 716 cm-1 which 

indicates in-plane rocking vibration of the -CH2 group [40,41]. The spectrum of activated 

carbon shows an increasing sloping trend towards lower wavenumbers, with  recognizable 

absorbency peaks at 2360 cm-1 (-CH stretching vibration), 1565-1725 cm-1 (C=O stretching 

vibration), and 1000-1200 cm-1 (C-O stretching vibration) [37]. 

In the XRD patterns of the SSPCMs (Fig. 4a), peaks that belong to each precursor were 

observed. The peak of coconut oil at 20o is observed instead of the peak of activated carbon at 

24o which is likely covered by the peak valley. The activated carbon peaks at 26.5o and 43o are 

observed in the SSPCM samples as well. An interesting fact is, in the XRD pattern of AC-Oct 

samples, the octadecane crystal peaks are not present. The possible explanation is the X-Ray 

caused the scattered particles of octadecane to melt [42], on top of heat conduction by the 

activated carbon. Coincidentally, the amorphous liquid octadecane has a broad peak at 20o [43]. 

From the FTIR spectra of SSPCM samples (Fig. 4b), all the observable peaks belong to the 

PCMs instead of activated carbon. The existence of activated carbon is indicated by the sloping 

trend of the spectra. From the XRD pattern and FTIR spectra of SSPCM samples, there is no 

new peak present which indicates that the main interaction between the PCM and the activated 

carbon is physical interaction in the form of PCM absorption into the porous carbon. 

Thermal stability and composition of SSPCM 

Plots of the precursor TGA curves are displayed in Fig. 5a. One degradation step (evaporation) 

occurs at 115-250 oC for octadecane and 280-430 oC for both COfood and COan. The desorption 

of water particles in all activated carbon precursors mainly happened below 75 oC, as indicated 

in Fig. 5a. At 470 oC the activated carbon loses a total of 9%, 8%, and 12% of weight for 

ACsteam, ACbasic, and ACneutral, respectively. It is also interesting to note that from around 60 oC, 

ACneutral already shows 2-3% difference of weight loss compared to the two other activated 

carbon. 

The thermogravimetry result of the SSPCM samples are shown in Fig. 5b. The heating of 

activated carbon in the synthesis process successfully expelled the water content in the 

activated carbon, as there is no degradation below 100 oC observed for all SSPCM samples. 

All the SSPCM samples show one degradation step (evaporation), just like its PCM precursor. 

From this TGA result, it was confirmed that for thermal comfort application, all these SSPCM 

samples are thermally stable.   

Besides checking thermal stability, the heating in TGA measurement is also needed to confirm 

the composition of the SSPCM. Table 3 summarize the composition of PCMs in the samples, 

comparing synthesis to TGA composition. The PCM components of each sample are almost 

the same between synthesis and TGA results with differences of 1-2 %. A 5% difference is 

observed on ACneutral-Oct sample, which may be related to the weight loss of ACneutral that 



happened after 80 oC. From this TGA composition result, it is confirmed that the simple 

physical blending synthesis method used in this experiment is highly reliable. 

Textural and microstructure analysis  

The nitrogen adsorption measurement was performed on the three activated carbon precursors 

and three representatives of the samples, as shown in Fig. 6a, and the corresponding BJH pore 

size distribution is shown in Fig. 6b. The ACsteam precursor was identified as a type I adsorption 

isotherm [18] in which a steep increase of N2 adsorption happened at very low pressure 

followed by negligible increment afterward. This steep increase of N2 corresponds to a very 

high degree of microporosity (ø < 2 nm) as detailed in the Fig. 6d, and the negligible increment 

afterward corresponds to a very low degree of mesoporosity (2 nm < ø < 50 nm) as detailed in 

Fig. 6c. The ACbasic and ACneutral precursors show a steep increase of N2 adsorption followed 

by a sharp knee and then a slight gradual increase which resembles the combination of type I 

and type II adsorption isotherm. This indicates that the pore size distribution is dominated by 

micropores with a small quantity of mesopores and macropores (50 nm < ø < 1000 nm) as 

detailed in Fig. 6c. From the difference of ACsteam with ACbasic and ACneutral curve, it was 

determined that ACsteam has a higher degree of microporosity compared to ACbasic and ACneutral.  

The ACsteam-COfood, ACbasic-COan, and ACneutral-Oct curves are identified as type III adsorption 

isotherm which suggests that the material exhibits nonporous or macropores texture. The 

ACsteam-COfood and ACbasic-COan samples show almost no N2 adsorption in all pressure range, 

which indicate fully occupied pores by COfood and COan. The ACneutral-Oct shows a small 

increase of N2 adsorption in high relative pressure, which is indicative of interstices between 

the ACneutral-Oct particles. 

Table 4 summarizes the BET and BJH calculation results for the activated carbon precursor. 

The higher calculated SBET value of ACsteam compared to ACbasic and ACneutral affirms the notion 

of the highest degree of micropores in ACsteam that result in higher surface area. Further, based 

on the cumulative volume of pores, that ACbasic has the greatest, followed by ACneutral and then 

ACsteam, which is in line with the loading capacity result (ACbasic > ACneutral > ACsteam). The 

most common pore diameter of the activated carbons is below 2 nm, or microporous. 

Fig. 7 provides SEM images of the activated carbon precursor and SSPCM samples. The 

ACsteam, ACbasic, and ACneutral show similar irregular forms of particles which is common for 

activated carbon, with small particles size below 1 μm while the larger particle observed were 

in the range of 5-10 μm. This variation  particle size might affect the size of interstitial area but 

not related to the size of the pores. The size of The six COfood and COan-based samples also 

show similarity in which we can observe the interconnected white glow from electron charging 

caused by the insulating nature of coconut oil. This interconnected white glow indicates 

interconnection between particles of SSPCM by the melted part of coconut oils, and also 

supports the nitrogen adsorption result on ACsteam-COfood and ACbasic-COan samples that no 

interstices exist between the particles, hence the fully occupied pores. On the other hand, the 

three octadecane-based samples show similarity with the activated carbon precursor in which 

the particles are separated, which is highly likely caused by octadecane's crystalline nature. 

This also explains the N2 adsorption measurement on ACneutral-Oct in which some macropores 

are detected which actually are the interstices between particles. This difference between the 

coconut oil and octadecane-based SSPCM samples further explains the difference between the 

amorphous and crystalline structure PCM and its effect when composed with amorphous 

carbon. 



Comparing the N2 adsorption measurement of ACsteam-COfood and ACbasic-COan to the SEM 

results, it was determined that all COfood and COan-based samples fully occupy the pores of the 

activated carbon. Despite the SEM images of octadecane-based samples showing similarity 

with its activated carbon precursors, however considering the N2 adsorption measurement 

result of the ACneutral-Oct sample and TGA results of all octadecane-based samples, it suggests 

that the octadecane also fully occupy activated carbon pores. This also accentuates the 

importance of loading capacity determination prior to actual sample synthesis. 

Thermal storage and transport properties 

The melting temperature (Tm) with its onset and offset melting temperature (Tm-on, and Tm-off 

respectively) of the SSPCM samples are displayed in Fig. 8. These values were obtained from 

DSC measurement of the samples as shown in SI Fig. S5. From DSC measurement in SI Fig. 

S5 it was observed that COan showed multiple melting events, with a primary Tm at 22.0 oC 

and a secondary at 29.4 oC, caused by the inhomogeneity of the COan components. 

Comparatively, the COan-based SSPCMs showed a single melting event similar to that of 

COfood-based samples, suggesting the homogenization of the PCM during the physical blending. 

In Fig. 8 it can be seen that Tm and Tm-off of all coconut oil-based samples show similarity to 

the COfood. However, it was observed that there is a slight increase of Tm-on of the samples 

compared to COfood, which means the addition of activated carbon caused the melting process 

to start at a slightly higher temperature. This slight increase of Tm-on is most likely caused by 

the increase of thermal conductivity, which promotes heat conduction and results in a more 

homogenous melting process. Conversely, when there is no activated carbon in coconut oil, the 

heat conduction will be slower and cause an inhomogeneous melting process, i.e., the outer 

area will melt faster compared to the inner area.  

The Tm, Tm-on, and Tm-off values of octadecane that were measured are in agreement with the 

reported values [44,45]. The mixing of octadecane with activated carbon widen the Tm-on-Tm-

off range, with a significant increase of the Tm-off, and a slight decrease in Tm-on. The Tm of all 

octadecane-based samples also increases significantly when made into a composite. The slight 

decrease in Tm-on phenomena is quite the opposite of the coconut oil-based samples. Unlike the 

inhomogeneous melting process in coconut oil, the separate crystals of solid octadecane assure 

a higher surface area for heat exposure. The addition of activated carbon increases the thermal 

conductivity of the solid octadecane-based samples resulting in a faster start of the melting 

process, i.e., lower Tm-on. Once the octadecane in the samples starts melting, the addition of 

activated carbons increases both Tm and Tm-off values. The reason for this temperature increment 

is likely the same as the reason for the increment of Tm-on in coconut oil-based samples. 

The ΔHm of the COfood and COan measured are consistent with the melting enthalpy of coconut 

oil summarized by Kahwaji and White from various reports as 105+11 J/g [46]. The ΔHm of 

the Oct that was measured is also in agreement with other reported values [45,47]. From Table 

5, it is evident that the ΔHm of all SSPCM samples decreases compared to that of its PCM 

precursor. This decrease in ΔHm is expected because any given SSPCM consists of PCM and 

activated carbon. Unlike the PCM, activated carbon does not act as latent heat storage, and 

hence has the direct effect of reducing the heat storage capacity.  However, the addition of 

activated carbon is important to improve the thermal conductivity and stability of PCM. 

The measured melting enthalpy value (ΔHm) was compared with the theoretical melting 

enthalpy (ΔHm-T) for a given SSPCM sample and the percentage of theoretical (ΔH%) was 

calculated as a preliminary indicator of quality, resulting in values between 60-86% of ΔHm-T, 

as shown in Table 5. The sub-100% ΔH% performance of the composite materials was 

attributed to the effect of the pore size of activated carbon that causes i) limitation of the volume 



of expansion while melting, hence limiting the absorbed latent heat, and ii) the unreachable 

pores under ambient pressure synthesis, leads to air pockets that were also limiting volume 

expansion of PCM. Nevertheless, this synthesis method resulting in > 60% of ΔH% is satisfying 

- considering the simple and less expensive synthesis method. 

To confirm the effect of activated carbon addition into the PCMs, four representative samples 

were selected, and the results compared to the thermal conductivity of the PCMs reported in 

the literature as shown in Fig. 9. The value of thermal conductivity of the coconut oil and 

octadecane were taken from the literature [34,48]. As expected, the addition of activated carbon 

increases the thermal conductivity of PCM, as has been reported for some organic-based 

SSPCMs such as fatty acids [22–24,33], PEG [36,49], and octadecane [37,48] as summarized 

in Table 1. In this experiment, the addition of activated carbon into coconut oil increased the 

thermal conductivity 31-44%, while the addition of activated carbon into the octadecane 

increased the thermal conductivity 32-52%. 

Shape-Stabilize and Leakage Performance 

The leakage phenomenon in SSPCMs is explainable by two physical parameters: i) 

microporosity which affects the capillary force of the PCM and ii) viscosity which affects the 

surface tension of the PCM. Both capillary force and surface tension will affect the flowability 

of PCM inside the carbon pores. The viscosity of coconut oil was reported to be 36 mPas and 

7.6 mPas [50] and octadecane was reported to be 3.9 mPas and 1.6 mPas [51] at room 

temperature and 80 oC, respectively. Higher temperatures will increase the possibility of 

leakage; however, the capillary force caused by the micropore channels can prevent this 

leakage. 

Fig. 10 shows the infra-red and actual image of the samples while heating, taken at some 

temperature points. After heating up to 75 oC and holding for 30 minutes, the cylindrical shape 

of all samples was retained and there was no leakage observed until 46 oC, which is already 

above the melting temperature of the samples. Observable in the last image in Fig. 10, after 

holding the samples at 75 oC for 30 minutes, the majority of SSPCM samples leave traces of 

seepage on the paper. The sample mass was measured before and after the heating and the mass 

loss was calculated, as shown in Table 6. Two samples (ACsteam-COfood and ACsteam-COan) 

showed a good result with no leakage trace on the paper. All octadecane-based samples show 

leakage, especially ACsteam-Oct and ACneutral-Oct with losses above 3% of the weight after the 

test. The other four coconut oil-based samples also showed leakage between 0.5%-1.5% of the 

mass.  

The minimum leakage measured in ACsteam-COfood and ACsteam-COan samples is caused by the 

high degree of microporosity of the ACsteam precursor, which causes high capillary force, and 

the relatively high viscosity of coconut oil, which prevents its outflow even above the melting 

point. On the other hand, despite the high degree of microporosity of ACsteam, leakage is 

observed in the ACsteam-Oct sample, which is caused by the low viscosity of octadecane. This 

low viscosity of octadecane also explains the leakage observed in ACbasic-Oct and ACneutral-Oct 

samples, on top of the small number of macropores observed in ACbasic and ACsteam that gives 

lower capillary force. 

Besides the leakage test, a simple three-cycles DSC measurement on COfood and the ACsteam-

COfood samples were conducted to see the stability of the samples over time, as shown in SI 

Fig S6a and 6b. The 1st cycle of COfood shows two melting peaks and two freezing peaks, and 

in the second and third cycle the melting peaks converge into one while the two freezing peaks 

stayed the same. The ACsteam-COfood sample shows almost overlapped curve of the three cycles 



with one melting and one freezing peak. From this measurement it could be concluded that 

activated carbon addition homogenize all the coconut oil component and converged the 

melting/freezing peak. 

Conclusion 

The abundant availability of coconut materials, especially in tropical countries, coupled with 

the simple fabrication method is economically promising and environmentally friendly. The 

coconut-based bioSSPCM was successfully synthesized by a simple physical blending method. 

The loading capacity of coconut shell-based activated carbon (ACsteam) is 44%, and after the 

intrusion of coconut oil into its pores, resulting in bioSSPCM with an enthalpy of 42.6 J/s 

which is 60% of its theoretical value. Despite its lower loading capacity and melting enthalpy, 

the coconut bioSSPCM has the advantage of anti-leakage performance and thermal stability on 

top of its abundant-inexpensive material and synthesis process. Besides, the addition of 

activated carbon increased the thermal conductivity, which promoted heat conduction for faster 

and homogenous thermal distribution. For the purpose of building comfort, the need for large 

amounts of SSPCM that translate to high cost could potentially be solved with this coconut-

based bioSSPCM, and the anti-leakage property also means even lower cost (low maintenance). 

Further research regarding integration methods, mechanical, and safety will be needed. It was 

confirmed that there is no distinct difference between food grade and analytical grade coconut 

oil in terms of its application for SSPCM materials. Further, it was shown that the simple 

physical blending method is not suitable for octadecane-based SSPCMs, because of its 

crystallinity and low viscosity, preventing stability of the SSPCM. 
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Fig. 1 Illustration of how coconut oil and coconut shell can be synthesized into shape 

stabilized phase change materials. The triangle diagram illustrating advantages and 

disadvantages of using coconut vs. octadecane for SSPCM material. 

 

 

  

Fig. 2 Illustration of the simple physical blending synthesis of shape stabilized phase 

change materials. 

  



  

Fig. 3 (a) XRD patterns and (b) FTIR spectra of activated carbon and PCM prior to 

physical blending. 

 

  

 

Fig. 4 (a) XRD patterns and (b) FTIR spectra of SSPCM samples after physical 

blending. 



 

Fig 5. Thermogravimetry measurement on a) activated carbon and PCM precursor and b) 

SSPCM samples. 

 

 

Fig. 6 (a) Nitrogen adsorption isotherm, (b) BJH pore size distribution for activated carbon 

and three SSPCM samples, and (c) 50 nm scale BJH pore size distribution, with inset in 10 

nm scale 



 

  

Fig 7. SEM images of precursor and SSPCM samples 

 



 

Fig. 8 The peak, onset, and offset melting temperature of PCM precursor and SSPCM 

samples. 

 

 



    

Fig. 9 Thermal conductivity of ACsteam-COfood, ACbasic-COan, ACneutral-Oct, and ACsteam-Oct. 

Error bar shows maximum possible standard deviation (6%). 



  

Fig. 10 Infra-red thermal imaging (left) and its actual photo (right). The last photo was taken 

directly after removing the samples, and then edited to clarify the absorbed PCM trace. (Y-

MCO= ACsteam-COfood;Y-WCO= ACsteam-COan;Y-SAO= ACsteam-Oct;B-MCO= ACbasic-

COfood;B-WCO= ACbasic-COan;B-SAO= ACbasic-Oct;N-MCO= ACneutral-COfood;N-WCO= 

ACneutral-COan;N-SAO= ACneutral-Oct) 



Table 1 Summary of some organic based shape stabilized phase change materials 

 

 

Table 2 The nine SSPCM samples obtained from mixing three PCMs by three activated 

carbons 

 

 

 

 

 

 

  

Activated 

carbon 

source 

Organic 

PCM 

Preparation 

method 

PCM 

loading 

capacity 

ΔHm% 
Leakage test 

method 

 Thermal conductivity 

(W/m.K) Ref 

SSPCM PCM 

Pinecone Palmitic acid 
Vacuum 

impregnation 
60.0% 64.3% 

Heating on 

paper 
0.39 0.27 22 

Rice husk Palmitic acid 
Vacuum 

impregnation 
90.0% 96.1% 

Heating 

without paper 
0.28 0.28 31 

Fungus 

(Esculenta) 
Stearic acid 

Vacuum 

impregnation 
77.5% 97.5% 

Heating on 

paper 
0.57 0.27 23 

Coconut 

shell 
Stearic acid 

Vacuum 

impregnation 
35.3% 97.9% 

Heating on 

paper 
0.75 0.26 24 

Commercial  Lauric acid Physical blending 48.4% 74.8% None 0.15 0.12 32 

MOF-5 PEG2000 
Physical blending 

with solvent 
92.5% 90.6% 

Heating on 

paper 
0.31 0.33 23 

Coconut 

shell 
PEG6000 

Physical blending 

with solvent 
70.0% 58.6% Not specified -  36 

Peat soil Octadecane 
Physical blending 

with solvent 
47.4% 84.1% 

Heating on 

paper 
0.17 0.11 37 

Commercial  Octadecane 
Physical blending 

with solvent 
45.0% 94.5% 

Heating on 

paper 
0.17 0.11 38 

Rice husk Coconut oil 
Vacuum 

impregnation 
80.0% 79.4% 

Exudation 

stability 
0.20 0.32 33 

Activated 

carbon 

PCM 

COfood COan Oct 

ACsteam ACsteam-COfood ACsteam-COan ACsteam-Oct 

ACbasic ACbasic-COfood ACbasic-COan ACbasic-Oct 

ACneutral ACneutral-COfood ACneutral-COan ACneutral-Oct 



Table 3. %weight content of the precursor, comparison of the actual synthesis and TGA result 

 

 

 

 

 

 

 

 

 

 

Table 4. Specific surface area calculated with BET method and pore properties calculated 

using BJH method 

 

 

 

 

 

 

 

 

 

 

 

 

 

  

SSPCM sample 
PCM content 

Synthesis TGA 

result ACsteam-COfood 44% 44% 

ACsteam-COan 44% 44% 

ACsteam-Oct 44% 46% 

   
ACbasic-COfood 64% 64% 

ACbasic-COan 64% 64% 

ACbasic-Oct 64% 64% 

   
ACneutral-COfood 55% 56% 

ACneutral-COan 55% 53% 

ACneutral-Oct 55% 60% 

 

SBET 

(Specific 

surface 

area) 

(m2/g)) 

BJH adsorption 

cumulative 

volume of pores 

(cm3/g) 

BJH 

adsorption 

frequent 

pore 

diameter 

(nm) 

ACsteam 735.48 0.17 0.16 

ACbasic 656.43 0.58 0.17 

ACneutral 430.13 0.37 0.17 



Table 5. Melting enthalpy of PCM and SSPCM samples 

 

 

 

 

 

 

 

 

 

 

 

 

 

Table 6. Sample mass decrease (in percent) after leakage testing 

 

 

 

 

 

 

 

SSPCM Samples 

ΔHm 

measure

d (J/g) 

ΔHm 

theoretic

al (J/g) 

ΔH% 

(measure

d/theoreti

cal) (J/g) 

COfood 96.8   

ACsteam-COfood 25.5 42.6 60% 

ACbasic-COfood 41.3 62.9 66% 

ACneutral-COfood 38.6 55.2 70% 

    
COan 96.2   

ACsteam-COan 25.5 42.3 60% 

ACbasic-COan 43.8 61.6 71% 

ACneutral-COan 34.4 51.0 67% 

    
Oct 198.8   

ACsteam-Oct 62.0 91.4 68% 

ACbasic-Oct 109.0 127.2 86% 

ACneutral-Oct 97.5 121.3 80% 

 COfood COan Oct 

ACsteam 0.17% 0.19% 3.84% 

ACbasic 1.09% 1.52% 1.06% 

ACneutral 0.83% 0.54% 5.16% 
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