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Abstract 

The impact of several wet etchants commonly encountered in the microelectronic industry on the 

surface chemistry of GaN on silicon was explored. In order to get closer to fully recessed gate HEMT 

fabrication processes, we investigated different kinds of GaN surfaces. This study was conducted on 

as-grown GaN and dry etched GaN, with etching consisting of inductive coupled plasma reactive ion 

etching (ICP-RIE), followed by atomic layer etching (ALE) and O2 plasma stripping. The impact of each 

wet treatment was evaluated by parallel Angle Resolved X-ray Photoelectron Spectroscopy (pAR-

XPS). Treatment with phosphoric acid (H3PO4) showed a significant modification of the surface and 

further studies were performed using this treatment. The impact of H3PO4 on GaN surface chemistry 

and morphology was assessed by pAR-XPS and atomic force microscopy (AFM) respectively. A 

delayed effect was observed for dry etched samples compared to as-grown samples, with a 

successful recovery of the surface after 60 minutes of treatment. We also proposed a mechanism 

explaining the progressive formation on steps on the surface over time. Further research was 

performed on dry etched samples without ALE which also modified the delay time of the H3PO4 

treatment, but still enabled a recovery of the surface morphology. In contrast to other studies, we 

showed that, with the appropriate choice of parameters for the H3PO4 treatment, it was possible to 

successfully recover the GaN surface after dry etching without significantly opening dislocation holes. 

This is therefore a promising treatment to be used during GaN HEMT processing to recover good 

quality surfaces after etching.   

1. Introduction  

Gallium nitride (GaN) has attracted significant interest due to its intrinsic properties and potential 

applications in microelectronics. GaN is a direct wide bandgap material that presents exceptional 

properties for next-generation power electronic devices. With a high saturation velocity and a high 

operating voltage, GaN-based devices can operate at high frequency and with excellent efficiency, 

making GaN a material of choice in power applications.  

Unlike other semiconductors such as GaAs, SiC or Si, GaN substrates are very expensive and only 

available in small diameters. This means that growth on these substrates is prohibitively expensive to 

compete with silicon or SiC for power applications. Instead the growth of GaN is typically performed 



2 
 

on a foreign substrate such as Si, sapphire or SiC [1] using molecular beam epitaxy (MBE) or Metal 

Organic Chemical Vapour Deposition (MOCVD). In particular, growing GaN on silicon has several 

advantages: it reduces the cost due to large diameter (200 mm) substrates and allows compatibility 

with large silicon fabrication plants [2]. However, growing on a different substrate has also 

disadvantages due to lattice mismatch and differences in thermal expansion coefficients. These can 

lead to point-defects and extended-defects [3] such as dislocations. As a result, many studies have 

been performed to find a reliable and efficient method to investigate surface defects and dislocations 

in GaN. A popular method to evaluate surface defects is the use of wet-chemical etching. Hot 

phosphoric acid (H3PO4) and molten potassium hydroxide (KOH) have been demonstrated to etch pits 

at dislocations on c-plane GaN [4], making them easier to count reliably.  

In this study, we will concentrate on surface defects rather than dislocations. Unlike bulk materials, 

the chemistry and physics of the surface are different due to undersaturated coordination 

configurations which lead to dangling bonds and adsorption of contaminants such as oxygen and 

carbon. These adsorbates are also responsible for some issues in GaN-based transistors as they can 

trap charges and thus impact MOS interface trap density, dielectric quality, transistor threshold 

voltage shift and channel mobility  [5]. Hence, techniques to avoid contamination and methods to 

prepare a very clean surface are very important. Many cleaning/etching studies were performed on 

GaN wafers. Atomic Layer Etching (ALE) or Inductively Coupled Plasma Reactive Ion Etching (ICP RIE) 

dry etching techniques are based on the use of a plasma [6]. However, energetic ions damage the 

GaN surface. Electrical properties are then degraded [7] because of an increase of the interface state 

density [8] [9], an increase of the 2 Dimensional Electron Gas (2DEG) sheet resistance [10] and a 

lowering of the electron mobility [9]. Ruel et al. [11] reported that an ALE final step after an ICP-RIE 

process reduced the impact on sheet resistance, but damages induced by the process were not fully 

removed. In contrast, an inexpensive wet etching produces negligible damage and generally results 

in smoother surfaces. It is also a good technique to remove damages induced by dry etching 

processes [12] [13]. 

However, c-plane GaN is known for its inertness toward wet chemical etchants [14]. Among all the 

conventional wet etching treatments, only high boiling point chemicals result in significant 

modifications. There is therefore a need to better understand the chemistry and physical properties 

of the GaN surface in order to control them and facilitate GaN based transistor manufacturing.  

As stated above, H3PO4 and KOH result in morphological modifications and are accurate means of 

revealing surface defects. They also significantly modify the surface chemistry, with water and 

hydroxyl adsorption [15], but also a considerable amount of carbon addition [16]. Many studies were 

conducted on epitaxial GaN films grown by HVPE on sapphire, as the objective was to reveal and 

more easily count dislocations. Xu et al. [17] studied the effect of H3PO4 on GaN grown by different 

techniques and on different substrates.  

The current article thus focuses on the surface modifications induced by wet treatments on MOCVD 

grown GaN on silicon. Parallel Angle Resolved X-ray Photoelectron Spectroscopy  pAR-(XPS) and 

Atomic Force Microscopy (AFM) were used to that end. We have investigated ex-situ wet chemistries 

based on commonly used solutions in the microelectronic industry and reported in the literature. In 

the first part, we will examine their impact on as-grown GaN before performing an in-depth study of 

the H3PO4 wet etching of as-grown GaN and dry-etched GaN, to be closer to the transistor 

manufacturing process.  
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2. Material and methods  

GaN layers were grown by MOCVD (Metal Organic Chemical Vapour Deposition) on 200 mm 

diameter silicon (111) substrates. More details about the growth protocol used can be found in [18]. 

The GaN layers were c-plane, with a gallium polarity. Unintentionally doped GaN was used for the 

initial part of the work, followed by intentionally silicon-doped n-type GaN with a carrier 

concentration of 5x1017 cm-3. This lightly doped material was chosen to aid the fabrication of simple 

electrical test structures (not reported in this study). The first part of this work presents a systematic 

review conducted on as-grown GaN substrates. The second part of this article focuses on H3PO4 and 

the related treatments were performed on both as-grown GaN and dry-etched GaN which are 

referred to as sample A and sample B respectively. The dry-etching process was an initial Inductive 

Coupled Plasma Reactive Ion Etching (ICP-RIE) plasma based on Cl2/BCl3 chemistry. The ICP-RIE was 

performed at low pressures, medium Transformer Coupled Plasma (TCP) powers, and at high bias 

voltage of 237 V. The ICP-RIE was followed by an Atomic Layer Etching (ALE) including a first 

chlorinated step Cl2/BCl3-based plasma at high pressure (50-100 mTorr), and no applied bias voltage, 

in order to encourage the chemical adsorption against ion formation and sputtering. The second step 

of the ALE was an Ar plasma at low pressures (5-20 mTorr) and a low applied bias (<70 V) in order to 

enhance the physical etching. The electrostatic chuck temperature was maintained under 80°C. Each 

steps were 5 seconds long and were separated by a purge step of several seconds. Finally, a stripping 

sequence was performed after the ICP-RIE and ALE steps in order to remove eventual etching by-

products.  It was composed of an O2-based plasma succeeded by a wet treatment by a wet treatment 

with Dupont™ PlasmaSolv® EKC265™, a photoresist remover.  

We examined the effect of several chemical treatments commonly encountered in the 

microelectronic industry: H2SO4 98%, HCl 37%, (NH4)2S 26%, NH4OH 27%, (NH4)2S2O8 (ammonium 

persulfate), H3PO4 85% and Caro acid 3:1 (H2SO4:H2O2). Additionally, 1M citric acid was tested. Unless 

specified otherwise, all treatments were performed at room temperature (RT).  

After each treatment, samples were immediately transferred into a specific vacuum carrier (10-5 

mbar) for surface analysis by pAR-XPS. The time between treatment and loading into the vacuum 

carrier did not exceed 20 minutes.  

pAR-XPS measurements were performed using a customised Thermo Fisher Scientific Theta 300. X-

rays were produced from a monochromatic Al-Kα anode source at 1486 eV, with a beam diameter on 

the sample of 400 µm and the analyses were performed under Ultra High Vacuum (UHV) (10-9 mbar). 

The use of pAR-XPS allows the collection of photo-emitted electrons at several angles at the same 

time without tilting the substrate. Photo-emitted electrons were collected simultaneously at eight 

angles from 23.75° to 76.25° with respect to the substrate normal. This gave accurate depth resolved 

information and enabled us to estimate the oxide thickness on GaN using the method described in 

[19]. The oxide thickness estimation was extracted from the Ga 2p peak.  In order to quantify the 

surface composition, data were acquired for Ga3d, N1s, O1s, C1s, Cl2p and P2p with a pass energy of 

100 eV. A 76.25° grazing angle was used for the quantification of each element, using the same 

method as in [20] [21]. All binding energies were calibrated with respect to the binding energy of the 

C 1s peak that was set at 285 eV. 

Surface topography was examined by AFM using a tapping mode Bruker Dimension FastScan tool and 

analysed with the Bruker Nanoscope Software.  
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3. Results and discussion  

3.1.  Systematic review of wet etchants at room temperature  

The impact of several wet etchants on non-intentionally doped as-grown GaN samples was 

investigated by pAR-XPS in order to analyse the chemical states of the elements present on the 

surface. Samples were immersed for 10 minutes as for a previous study [22] in the chosen chemical 

then rinsed for 5 minutes in de-ionized water and dried under N2. The influence of wet etchants was 

evaluated based on the relative atomic percentage (at .%) of different elements. We also estimated 

the oxide thickness using the varied angle acquisition based on the hypothesis that the major oxide 

present on the surface was β-Ga2O3. 

 

 

Figure 1. (a) Oxide thickness estimation on GaN by pAR-XPS after several wet treatments (10 min. immersion in the liquid 
etchants) and (b) atomic % of the total amount of C and Cl or P adsorbates on GaN induced by treatments. REF stands for 

as-grown GaN with a native oxide on top. 

Fig. 1a shows the estimated oxide thickness for different chemicals. Oxidizing agents, such as pure 

sulphuric acid (H2SO4) or Caro (H2SO4:H2O2) solutions did not increase the oxide thickness. The H2SO4: 

H2O2 mixture was shown to induce hydroxyl oxide group adsorption [23]. It is commonly used to 

remove carbon contamination, although we see in Fig. 1b that the impact of Caro acid on carbon was 

negligible here (the carbon level is 32 at. % in the reference sample, vs 35 at. % after Caro treatment) 

Basic chemicals such as NH4OH and (NH4)2S removed, as expected, some of the oxide from the 

surface (2.03 Å and 2.01 Å, respectively, versus 2.38 Å for the reference), in agreement with other 

results [24] [25] [26]. On the contrary, persulfate ammonium (NH4)2S2O8 had no significant impact on 

the oxygen level. Fig. 1b shows that sulphur-based treatments slightly reduced the amount of carbon 

while for other treatments, except citric acid, the quantity did not change. However, no peak related 

to the presence of sulphur was observed. One possible explanation might be that the sulphur level 

was below the detectability threshold.    

There was otherwise a decrease of the oxide thickness for chlorine-based treatments, especially at 

70°C and in combination with Caro 3:1. It is noteworthy that the same amount of chlorine was found 

(about 7 at. %) whatever the conditions, as shown is Fig. 1b. There is thus a strong possibility that 

chlorine atoms bond to Ga atoms, since the bond strength is higher for Ga-Cl than N-Cl [27]. Since 
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the chlorine level did not seem to depend on treatment conditions, the position of Cl atoms may 

have been different depending on the conditions, with a better oxidation prevention for hot HCl.  

An interesting result is the decrease of oxide thickness after C6H8O7 citric acid treatment (1.88 Å vs 

2.38 Å for the reference). A slightly higher amount of oxygen (O 1s) was also found (19.4 at. % vs 18.7 

at. % for the reference - see ESI Fig. S1). This can be attributed to the adsorption of citric acid, which 

brings both oxygen and carbon to the surface. This is backed up by the higher level of carbon found 

after citric acid treatment (39.6 at.% vs 32.0 at. % for the reference sample), as shown in Fig. 1b. 

Since the oxide thickness is lowered, it can be deduced that the adsorption of citric acid prevents 

oxidation. This result is in agreement with a previous work on Ge substrates [28]. 

Finally, the most important reduction of the oxide thickness was observed for the H3PO4 treatment at 

155°C. We saw above that HCl-based treatments leave Cl on the surface. Similarly, P atoms were 

detected on the surface after immersion in H3PO4, as shown in Fig. 1b. At the same time, we also 

observed the lowest levels of carbon on GaN after a H3PO4 treatment.  

This pAR-XPS systematic study is in agreement with previous works [25][27] . Results obtained here 

indicate that temperature seems to have an important role in reacting with the quasi-inert surface of 

c-plane Ga polarity GaN. In particular, we see that H3PO4, which has the highest boiling point of the 

chemical treatments, has the biggest impact on the oxide thickness.  

Following these encouraging results, we examined the impact of H3PO4 on the GaN surface in more 

details in the next set of experiments.  

3.2. Hot phosphoric acid treatment : influence of immersion duration  

Among the existing high boiling point chemicals already used in the microelectronic industry, we 

have H3PO4 and KOH. One of the advantages of using H3PO4 for etching is the existence of specific 

equipment in order to maintain the water in the solution while heating it at high temperature. In 

addition, KOH is prohibited in many production fabs. This study therefore consisted of the immersion 

of the samples in H3PO4 for four different durations: 10, 20, 30 and 60 minutes.  

We investigated two different GaN surfaces: as-grown and dry etched n-GaN samples. The dry 

etching process was an initial ICP-RIE followed by an ALE, a dry stripping sequence composed of an 

O2-based plasma treatment and finally a dip in Dupont™ PlasmaSolv® EKC265™, a photoresist 

remover.  

The Ga 3d spectra of these two surfaces were de-convoluted into two major contributions: Ga-N 

bonding, and, at higher binding energy, Ga-O bonding, as shown in Fig. 2. These components are 0.7 

eV apart. It can be noticed that before H3PO4 treatment, the dry-etched sample does not exhibit a 

shift toward higher energy compared to the as-grown sample, unlike [29] [30]. It may be because 

after the plasmas the samples were dipped into EKC265™, which has an etchant effect, removing the 

oxides created by the plasmas. Indeed, EKC265™ contains hydroxylamine (NH2-OH), which was 

reported to act as an etchant on AlN oxides [31]. 

After immersion in H3PO4, Ga 3d peaks shift toward higher binding energies, by about 0.7 eV and 0.5 

eV for as-grown and dry etched samples, respectively. A shift toward higher binding energy typically 

reveals adsorption of oxygen in Ga-O2- or Ga-OH- forms [32]  [33]. A shift toward higher binding 

energy of O 1s is also observed, as well as an intensity increase around 533 eV (not shown here), 

which is related to the presence of OH- groups [15] [34]. Furthermore, a clear increase of the Ga-O 

component area can be noted when the samples are immersed for 30 and 60 minutes in H3PO4. 
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However, no change in the Ga-O component is observed after 10 and 20 minutes. The contribution in 

percent of each component is shown in Fig. 3 (a). A difference is seen between as-grown GaN and 

etched GaN. Indeed, dry etched samples are slightly more oxidised than as-grown samples, in line 

with previous work [35]. Next, we can see from Fig. 3 (a) that the Ga-O amount difference between 

dry-etched and as-grown samples is reduced after H3PO4 treatment and is likely due to damage 

removal from the dry-etched surface. We assume that the dry-etched GaN has initially more active 

sites that might be related to dangling bonds and vacancies to enable the formation of Ga-O bonds, 

while for the as-grown GaN fewer active sites were initially present. However, the number of active 

sites significantly increased between 30 and 60 minutes. Indeed, between 30 and 60 minutes of 

treatment, the as-grown sample otherwise gains almost 10 % in terms of Ga-O contribution whereas 

the dry etched sample barely gains 3 %. This means that after 60 minutes, they both have nearly 70% 

of Ga-O. 

 

Figure 2. Evolution of the Ga 3d spectra of (left) as-grown GaN and (right) dry etched GaN at different times of H3PO4 
treatment 

The evolution of the estimated oxide thickness as a function of the immersion duration in H3PO4 (Fig. 

3 (b)) follows the same evolution observed for the Ga-O contribution of the Ga 3d peak between 10 

and 20 minutes for the as dry-etched GaN. However, morphological changes starting after 10 

minutes for the as-grown GaN, which will be discussed later, may lead to errors in the estimation of 

the oxide thickness. The same remarks could be observed starting from 30 minutes for the dry-

etched GaN. Indeed, the model does not fit after 30 minutes in H3PO4. 
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Figure 3. Evolution of (a) the Ga-O component from Ga 3d and (b) the estimated oxide thickness as a function of time in 
H3PO4 

The observation of the N 1s spectra (Fig. 4) leads to a similar conclusion. After deconvolution, there is 

an increase of a component located around 398.9 eV. This component corresponds to nitrogen 

atoms for which their nearest neighbour has been replaced by oxygen [36] and is assigned as “N-Ga-

O” on the spectra. As for Ga-O in the Ga 3d spectra, N-Ga-O started to increase after 30 minutes of 

treatment and further increased with the H3PO4 treatment duration.  
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Figure 4. Evolution of the N 1s spectra of As-grown GaN (left) and dry etched GaN (right) at different times of treatment in 
H3PO4 

The relative atomic percentage data for various elements on the surface of dry etched and as-grown 
samples are presented in tables S1 and S2 of the ESI, respectively. The total oxygen level was found 
to be the same before and after H3PO4 treatment and does not seem to be dependent on the 
immersion duration. The Ga 3d spectra show that immersion of GaN in H3PO4 has an impact on the 
bonding states of oxygen atoms. Dangling bonds might have been created, promoting thereby the 
increase of Ga-O bonds. The (0001) surface is very stable so the H3PO4 is not expected to attack 
everywhere. It is more likely that the attack occurs at non-equilibrium positions such as dislocations, 
atomic step edges, or surface defects. 
 

Fig. 5 shows the Ga/N ratio, which was calculated based on the Ga-N components of Ga 3d and N 1s. 

A decrease is observed after 30 minutes of H3PO4 treatment for both surfaces. This result reveals a 

non-stoichiometric distribution of the gallium and nitrogen atoms at the surface, which was initially 

not far from Ga/N = 0.5. After 30 minutes of treatment, the Ga/N ratio reached 0.40 and 0.35 for the 

as-grown GaN and the dry-etched GaN respectively. While the ratio does not evolve after 60 minutes 

for the dry-etched GaN, it reduces to 0.37 for the as-grown GaN. Therefore, the Ga-N bonds at the 

surface are dissociated by the PO species in line with Shintani et. al. [38].  

The surface, which is initially covered by the native oxide, is attacked at active sites, as suggested by 

[38] by the    
   dissociating the Ga-N bonds. Note that the exact nature of the Ga-POx bonds are 

unknown.  
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Figure 5. Evolution of the Ga/N surface ratio on as grown and dry etched GaN as a function of time in H3PO4 

 

Morphological changes on as-grown and etched surfaces were examined by AFM. We see in Fig. 6 

that, prior to H3PO4 treatment, the as-grown sample shows clearly defined rounded atomic steps, 

together with dark spots associated with threading dislocations having a screw type component. For 

the dry etched sample, the surface is rougher because of the plasma treatment. It is difficult to 

clearly see atomic steps and dislocations, then.  

 

 

Figure 6. AFM images before and after hot H3PO4 treatment at different durations 

For the as-grown sample, the atomic steps become straight and crystallographically aligned after a 10 

minute immersion in H3PO4. After 20 minutes, steps start to become triangular. They become parallel 

after 30 minutes of immersion. Dark spots associated with threading dislocations on the as-grown 

sample become well defined hexagonal pits after 60 minutes in hot H3PO4 in line with literature 

results on c-plane GaN [4] [15] [39] [40]. In this case, there are two families of pits, one with 

diameters around 90 nm, another with diameters around 34 nm. There are 22 large pits after 60 

minutes, compared with 21 pits on the surface of the as-grown sample without H3PO4 treatment. 

Larger holes might be the emergence points of dislocations with a screw component, while smaller 

ones are pure edge type. The total density of threading dislocations is therefore 1.9x109 cm-2, in line 

with observations by Yon et al. [41] on similar samples. However, it is important to note that after 60 

minutes, some of the large holes have hexagonal structures of different sizes, which is likely due to 

their overlapping making an accurate counting of dislocations difficult (Fig. 7). 
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These AFM results indicate that etchant species attack at defect points, i.e. dislocations or surface 

defects, in agreement with [42]. Etching is reported to be dependent on the number of dangling 

bonds on the surface [34]. This is shown by the opening of dislocations on inclined planes, with 

therefore different crystalline orientations on the surface. Atomic steps become aligned and 

straighter, in order to reduce their energy. This evolution is shown schematically in Figure 8.  

 

 

Figure 7. AFM images of overlapping dislocations (left) and of a single dislocation (right) of the surface of an as-grown 
sample after 60 minutes in H3PO4 

 

Figure 8. Evolution of the GaN surface for different durations in H3PO4. The fat black line is a visual guide to delimit the 
atomic steps 

Based on these observations, we can thus suggest the following dry etched surface recovery 

mechanism upon immersion in H3PO4. The use of a plasma treatment results in an amorphous 

surface where surface defects are not directly accessible. The kinetic migration of the wet etchant 

species toward active sites is therefore decreased. The H3PO4 wet etching starts first with the 

removal of the amorphous layer caused by the dry etching. Next, the re-organisation of the surface 

starts, with the emergence of small triangular structures (Fig. 8, step 1). Small triangles merge 

overtime (Fig. 8, steps 2 and 3) leading to the appearance of parallel atomic steps oriented along the 

same crystallographic direction (Fig. 8, step 4), as seen for the as-grown sample. During that stage, 

there is a progressive revelation of dislocations. Finally, based on the AFM image of the as-grown 

sample (Fig. 6, top line), it is likely that dislocations will be further opened on GaN dry-etched 

surfaces for immersions longer than 60 minutes, with the same dislocations opening and merging [4].   
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3.3.  Effect of ALE within the dry etching processes  

Having shown that H3PO4 is able to recreate atomic steps and recover an excellent surface 

morphology on etched samples, we investigated its impact on dry etched GaN with and without the 

use of ALE (see table 1). Our aim was to better understand the role played by H3PO4 on defects and 

determine whether or not we could avoid using, thanks to its use, expensive and time-consuming 

ALE. 

 

 Etching steps prior to H3PO4 

 ICP-RIE ALE Stripping sequence 

Sample A    

Sample B    

Sample C    
Table 1. Different etch treatments applied to different samples prior to H3PO4 wet etching.  

Samples were immersed in H3PO4 for 30 minutes. This duration was chosen because it had an impact 

on the surface chemistry and did not result in any major degradation (wide dislocation opening) of 

the morphology of as-grown or dry etched samples. Ga 3d spectra before and after H3PO4 treatment 

are shown in Figure 9. The Ga 3d spectra of the sample C with “ICP-RIE+ stripping”, i.e. without ALE, 

does not exhibit the same evolution as the “standard dry etch” sample B or the as-grown sample A. 

Indeed, no increase of the Ga-O component occurs.  As stated before, the ICP-RIE process induces 

considerable damage such as the creation of dangling bonds and vacancies, making the surface 

somewhat amorphous. These induced defects can be found deep within the material. The 

subsequent ALE step removes the amorphous material, resulting in a lattice more similar to that of 

the as-grown sample. In contrast, the surface of sample C, which is directly exposed to an oxidative 

atmosphere right after the ICP-RIE etch, probably exhibits a more damaged surface with the 

incorporation of oxygen, weakening the Ga-N bonds even more.  As a consequence, H3PO4 acts as an 

etchant with some oxide removal. The morphology of these samples was investigated by AFM before 

and after H3PO4. Images are shown in Figure 10. The final morphology of the surface of sample C 

after H3PO4 strongly differs from that of sample B with the “standard dry etching” process including 

ALE. 

  

Figure 9. Evolution of the Ga 3d XPS spectra for samples A to C before and after 30 minutes of H3PO4 treatment 
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Figure 10. AFM images of the surface of samples A to C before and after 30 and 60 minutes of H3PO4 etching of the samples 
A to C 

Sample C without ALE has a more organised surface after H3PO4 treatment. As seen in Figure 10, 

well-defined triangular structures appear after immersion of sample C into H3PO4, whereas triangular 

structures of the “standard dry etching” process (sample B) are less distinguishable and smaller.   

We can thus assume that, after 30 minutes in H3PO4, sample C is at the second step of the etching 

scenario shown in Figure 8, with well-defined triangular structures. Meanwhile, sample B is at the 

first step, since its surface seems to be less organised with smaller triangular structures. Therefore, 

the delayed effect observed on dry etched samples B and C strongly depends on the steps following 

the ICP-RIE process.  These observations are consistent with the report of Tautz et al [43] who 

reviewed the influence of surface damages induced by pre-processing on the etching rate of KOH. In 

our case, the ALE step seems to have a good effect on recovering the surface has less pits are visible 

on Sample B compared to Sample C after 30 minutes in H3PO4. Indeed, after 60 minutes of treatment 

the Sample B exhibited a recovery of the step edges whereas it is not the case for Sample C.  

Despite these differences, AFM and XPS observations do not show the same evolution for all 

processes. There thus does seem to be a direct link between surface chemistry and morphology.  

Finally, we should note that after a treatment with H3PO4, the residual P atoms might influence the 

devices properties by bringing charged species to the surface. However, at this time, it is unclear how 

this would affect the electrical properties, nor how detrimental their presence would be over time. 

Furthermore, during the device fabrication, the residual P atoms may desorb after the additional 

process steps required to fabricate the final device. This would be an important point to analyse with 

electrical tests after device fabrication. 

4. Conclusions  

Our systematic review of several etchants commonly encountered in the microelectronic industry 

revealed little modification in the surface of c-plane GaN, showing that the behaviour of GaN on 

silicon is coherent with the different sources of GaN in the literature. A detailed study by pAR-XPS 

showed that HCl, (NH4)2S, NH4OH, citric acid and H3PO4 etched the surface oxide on GaN, with H3PO4 

having the highest impact. 
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We thus investigated the impact of different immersion duration in hot H3PO4 on as-grown and dry 

etched GaN samples. Significant surface chemistry and morphology changes were seen for 

immersion durations of 30 minutes or more. These treatments enabled us to recover the atomic 

steps on as-grown and dry-etched GaN surfaces, although this recovery was delayed on dry etched 

GaN surfaces. This was probably due to the time required to remove the surface layers damaged by 

dry etching. We also studied the impact of ALE in the overall dry etching sequence. This step also 

modified the delay time, with different impacts on the chemistry of the surface and its morphology. 

Surface damage right after the use of a standard ICP-RIE dry etching process most likely had a role. 

We showed here that an immersion in H3PO4 is a promising treatment to recover a high quality GaN 

surface after various types of dry etchings. In contrast to other studies, we have shown that, with a 

controlled environment, it is possible to recreate atomic steps on a GaN surface without significantly 

opening dislocation holes. This is therefore a treatment which would be applicable to recessed gate 

HEMT processing to recover surfaces after GaN dry etching. 

Electrical characterisation will shortly be performed to determine the beneficial or detrimental re-

organisation of the surface and/or the presence of POx species. 
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